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San Matso CA Smyroa,6A  Greensboro, NG Houston, TX

Westmont, NJ Piscataway NJ  Carle Piace, NY Manhattan, NY Seattls, WA Anp Arbor M1
4155705401 404-333-6066 910-297 1487 7136863635

609-858-4800 908 9810550 516-997 7251 212:290-0052 203-233 9007 313-668-6810

Ecology & Environment, Inc Monday June 02 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972040

POLARIZED LIGHT MICROSCOPY (PLM)

Project 060601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS471G01 Tan " [Teased N A bhrysotug i - " 98%Other }
Non Fibrous < 1% Crocidolte
Homogeneous
WBS471G02 Tan Teased < 1% Chrysotile o ~ 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS471G03 Tan Teased < 1% Chrysotile - 100% Other |
Non Fibrous
Homogeneous
WBS483G01 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
L L S L I , - o
[‘ _—— - T — - - - - — - — - -
nWBS4832942— Tan Teased < 1% Chrysotile 100% Other
o Non Fibrous < 1% Crocidolite
3\1—9(17 Homogeneous
B x2d s[t5(q8 B - - - -~ B - T
WBS483682 Tan Teased 5% Chrysotile 94% Other
Go3 Non Fibrous 1% Crocidolite
L Homogeneous
. S S N —_ . _ __

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

Carlos D Salinas pprovec;
Analyst Signatory

Disclaimers PLM has been known to miss asbastos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the tems tested This report may 1
only be reproduced in full with written approvat by EMSL The above test must not be used by the client to cfam product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at Isast one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Westmont, NJ Piscataway NJ  Carle Flace, NY Manhattan, NY Seattls, WA Ann Arbor M1 San Mateo, CA Smyroa, 6A Greenshoro, NC Houston, TX
6098584800 9088810550 516997 7251 212 2900052 203:233.9007 3136636810 4155705401 4043336066 510297 1487 7136863635
Ecology & Environment, Inc Monday June 02 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972040
POLARIZED LIGHT MICROSCOPY (PLM)
Project 060601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS483G04 Tan Teased 10% Chrysotile 89% Other i
Fibrous 1% Crocidolite |
Homogeneous |
WBS031G01 Tan Teased 2% Chrysotile S ~ 98% Other k
Non Fibrous < 1% Crocidolite
Homogeneous
WBS031G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS498G01 Tan Teased 2% Chrysotile o T 98% Other -
Non Fibrous
Homogeneous |
WBS498G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS626G01 Tan Teased < 1% Chrysotile " 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for fayered samples each component i1s analyzed separately

Also ‘'# of Layers refers to number of separable subsamples

Carlos D Salinas
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report may

only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory
1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Plscataway NJ  CarlePlace, NY  Manbattan, NY Seattls, WA Anp Arbor M1 San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

Westmont, NJ
203-233 9007 3813-668-6310 415-670-5401 404-333-6066 910-297 1487 713-686-3635

609-858-4800 9089810550 6516 997 7251 2122900052

Ecology & Environment, Inc Monday June 02 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972040

TPOLARIZED LIGHT MICROSCOPY (PLM)

Project 060601RAG1 WESTBANK ASBESTOS

SAMPLE SBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS626G02 Tan Teased 5% Chrysotile 94% Other '

Non Fibrous 1% Crocidolite

Homogeneous |
‘ _ - — .

- - -

wWBS626G03 Tan Teased 2% Chrysotile 98% Other

Non Fibrous < 1% Crocidolite

Homogeneous
WBS626G04 Tan Teased < 1% Chrysotile 100% Other

Non Fibrous

Homogeneous
WBS1083G01 Tan Teased 2% Chrysotile 98% Other

Non Fibrous < 1% Crocidolite

Homogeneous
WBS1083G02 Tan Teased < 1% Chrysotile i N 100% Other

Non Fibrous

Homogeneous !
L o |
WBS1083G03 Tan Teased < 1% Chrysotile o ©100% Other

Non Fibrous

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

Carlos D Salinas pproved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report may 3
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP Jogo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




w, NY Seattls, WA AnnArbor M1 San Mateo, CA Smyroa, GA Greensboro NG Houston, TX
ml n:(:;l-;:s:’ c;::;::s? m mzs: 9007 313-668-6810 415-570-6401 404-383-6068 910-297 1487 713-686-3635
Ecology & Environment, Inc Monday June 02 1997
11550 Newcastle Ave #250
TX972040

Baton Rouge LA 70816 Ref Number

POLARIZED LIGHT MICROSCOPY (PLM)

Project 060601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1083G04 Tan Teased None Detected 100% Other i
Non Fibrous
Homogeneous
WBS498G03 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
_ L J
WwBS032G01 Tan Teased < 1% Chrysotile i 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous |
WBS497G01 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous !
|
WBS497G02 Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS497G03 Tan Teased 4% Chrysotile 95% Other
Non Fibrous 1% Crocidolte ‘
Homogeneous :

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

Carlos D Salinas
Analyst

Disclasmers PLM has been known to miss asbestos in a small percentage of samples which contatn asbestos Thus negative PLM resuits cannot be

guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Ttus report may 4
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

7
Approved
Signatory




CarloPlace, NY  Machattan, NY Seattle, WA Ann Arbor MI San Mateo CA Smyrna, GA Greensboro, NC Houston, TX

N
g Pt 415570-5401 404-333-6068 910-297 1487 713-686-3635

609-858-4800 908 9810550 516 997 7251 212-290-0052 203-233 9007 3813-668-6810

Ecology & Environment, Inc Monday June 02 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972040

POLARIZED LIGHT MICROSCOPY (PLM)

Project 060601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS626G05 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous

WBS026G01 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous

WBS§026G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous

WBS026G03 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolte
Homogeneous

WBS026G04 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

WBS026G05 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite

! Homogeneous

|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘'# of Layers refers to number of separable subsamples

<
Carlos D Salinas Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report may 5
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at ieast one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




NI P NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor MI San Mateo, CA Smyrma, GA Greensboro NC Houston, TX
£09-858-4800 908 981-0550 516-997 7251 212 2900052 208-233 9007 313-668-6810 415-570-5401 404-333-6066 910-297 1487 713-686-3635

Ecology & Environment, Inc Monday June 02 1997
11550 Newcastie Ave  #250
Baton Rouge LA 70816 Ref Number TX972040

POLARIZED LIGHT MICROSCOPY (PLM)

Project 060601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS475G01 Tan Teased None Detected 100% Other
Non Fibrous
Homogeneous
WBS475G02 Tan Teased < 1% Chrysotle 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component i1s analyzed separately

Also # of Layers refers to number of separable subsamples
)

Carlos DPSolmos /Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report may 6
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
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PLM Analysis Worksheet

.

Chent Ecology & Environment, Inc Logged 5/29/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 5/29/97 900 AM
Baton Rouge LA 70816 - I R |
Special Handling Billing Number
Fax (504) 363 - 4732
TX972040
Project 060601RAG1 WESTBANK ASBESTOS L '
j o Appearance T [Treatment | Asbestos Results Fibrous Non Fibrous e !
1 Brown 6 Vanous 1 Fibrous -rl—Ho;oge;eous Tt Teased |t Chrysotde |t Cellulose T 1 Guenz e
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica M | v
3 Tan 8 Sibver 3 Other 3 Other 3 Dissolyed |3 Arthophyilite 3 Min Wool 3 Gypsum M b
; :Iet;ne 3 gl':; . A} 4 Layers (#) 4 Ashed : /T\rce‘vlrl:gllll:: : gylv‘nhcnc : :Zdnl Carbonate ) e
N _|6 Crocidolite 6 Wlol'i:stomle 6 Pe:::: 0 ' f" ' !
[0 None Detected 7 Hair 7 Other = : E) :,: [y
o L Fibrous Non Fibrous # i
Sample B _nghon Appearance Treatment %WEEES?OS~~ Type % Type % Layers h
Y7 N 2 T | 1778 s,
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PLM Analysis Worksheet @

Client Ecology & Environment, Inc Logged 5/29/97 TAT 24 Hour

Address 11550 Newcastle Ave #250 Date/Time Due 5/29/97 9 00 AM

Baton Rouge LA 70816 - .
| Special Handling Biling Number

Fax (504) 363 4732 3
TX972040

Project 060601RAGT WESTBANK ASBESTOS ’

Appearance Treatment | Asbestos Results Fibrous [ Non Fibrous ' " f: w0
1 Brown 6 Various 1 Fibrous | Homogeneous |1 Teased 1 Chrysotile v Celtulose 1 Quanz [ !
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous (2 Crushed (2 Amasite 2 Glass 2 Mica i il s
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 18 g 1
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolie 4 Synthetrc 4 Cal Carbonate } Seed ! |
§ Red 0 Orange s Actmolite S Other S Matrix r po!
(_ - . — - - 6 Crocidolne 6 Wollastonste 6 Perlite ;,“ I8
0 None Detected 7 Hair 7 Other 3 Speey
Fibrous Non Fibrous # |
} Sample Location Appearance | Treatment| % ASBESTOS Type | % | Type | % |Lavers| T~ o
RSe3 ) = 4 \ Ve
<es3 = \Clary , <] | | 7 e, (N )
Z ) ]/
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PLM Analysis Worksheet

Logged 5/29/97

TAT

24 Hour

Chent Ecology & Environment, Inc
Address 11550 Newcastie Ave #250 Date/Time Due  5/29/97 900 AM
Baton Rouge LA 70816 — - e e
Special Handling Billing Number
Fax (504) 363 -4732
TX972040 ’
Project 060601RAG1 WESTBANK ASBESTOS ’_] i
T H__f“ApBé;aﬁce Treatment | Asbestos Results Fibrous Non Fibrous L L
1 Brown 6 Various T Fibrous l—ﬁ:)rgogeneous 1 Teased || Chrysotle 1 Cellulose 1 Quartz - e l
2 Grey 7 Black 2 Non Fibrous |2 Heterogeneous (2 Crushed 2 Amosite 2 Glass 2 Mica ' !
3 Tan 8 Sslver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 1 S ‘
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ) Spe By
5 Red 0 Orange 5 Actiaolite S Other 5 Matrix - Py
_ 6 Crocidol 6 Wollastonite 6 Perlte Ye e 1
E_EE""_ DelecleL L 7 Har 7 Other 13 Spe i
o - ) o Fibrous Non Fibrous | #
L iayﬂi B _L ig_c_aﬂn ﬂpearanceﬁjreatment % ASBESTOS Type % | Type % Layers
< Ny hiIR B
uhs(o83 3 Wl LN N SWeg
Y 7 1 / S
g2 e A e R By

Analyst % Date % // Q Computer

Date




PLM Analysis Worksheet

Client Ecology & Environment, Inc Logged 5/29/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 5/29/97 900 AM
Baton Rouge LA 70816 — - - = -
Special Handhng Bilhing Number
Fax (504) 363 4732
| TX972040
Project 060601RAG1 WESTBANK ASBESTOS L L L B l
{ 77 77 " Appearance | Treatment | Asbestos Results Fibrous | Non Fibrous ! B o
| Brown 6 Vanous I Fibrous } Homogeneous |1 Teased ! &Es:l;lc T celutose |1 Quanz - | | He
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica H f f
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilne 3 Min Wool 3 Gypsum ie F i
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ) see Y [
5 Red 0 Orange 5 Actinolite 5 Other 5 Matrix 4 F I
— b {6 Crocidolte 6 Wollastonte 6 Perlite N i; . !
0 None Detected ‘_7 Hair 7 Other - |! Spe N !
o S e Fibrous Non Fibrous # |
[r Sample ( Location Apprearance {Treatmenti— % ASBESTOS Type % Type % Layers )
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«

Westmont, NJ Piscataway NJ  Carle Piace, NY  Manhattan, NY Seattle, WA Ann Arbor M1 San Mateo CA Smyrna, GA Greenshoro, NC Housten, TX
908 981-0550 516 897 7251 212-290-0052 203 233 9007 313-668-6810 415 5705401 404-333-6066 910-297 1487 713-686-3635

609-858-4800
Ecology & Environment, Inc Tuesday June 03 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972068
POLARIZED LIGHT MICROSCOPY (PLM)
Project WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS497G04 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
Homogeneous
WBS029G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS029G02 Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous
WBS029G03 Brown Teased <1% Chrysotile | 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS029G04 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS499G01 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
‘ Homogeneous
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

Arthur P(erncndez/ Approved
Analyst Signatory

Oisclamers PLM has been known to miss asbestos in a smail percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Thts report may 1
onty be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Westmont, NJ Piscataway NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor MI San Mateo, CA Smyrna, 6A Greensboro, NC Houston, TX
609-858-4800 908 981-0550 616 997 7251 212-290-0052 203 233 9007 313-668-6810 415-670-5401 404-333-6068 910-297 1487 713686-3635

Ecology & Environment, Inc Tuesday June 03 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972068

POLARIZED LIGHT MICROSCOPY (PLM)

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS499G02 Brown Teased < 1% Chrysotile 100% Other
Fibrous
Homogeneous
-
WBS499G03 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
Homogeneous
WBS500G01 Brown Teased 2% Chrysotile 88% Other
Fibrous
Homogeneous
WBS500G02 Brown Teased 2% Chrysotile 98% Other
Fibrous |
Homogeneous
WBS500G03 Brown Teased 2% Chrysotile 98% Other '
Fibrous
! Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately

Also # of Layers refers to number of separable subsamples
.~
ﬁ')/proved
. Signatory

{
Arthur Hernandez Jr
Analyst

Disclaimers PLM has besn known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report may 2
only be reproduced in fult with written approval by EMSL The above test must not be used by the client to clam product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not rasponsible for the accuracy of results when requested to physically separate and analyze layered samples




ecology and environment, nc

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 BOBO Fax 716/685 0852
International Speciahsts in the Environment

CHAIN OF CUSTODY RECORD Pa9e—l—°"—|-
Project No Project Name Project Manager
@0L%) Westhant  Asbeshs TRoy Novw n
Samplers [Signatures} Mﬂ" /W Field Team Leader !
A &doperce Lcwrence QO&“ REMARKS
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SAMPLE INFORMATION NUMBER
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Relin hed By (Signagure) Date/ T me Rep@ivefl By (S gnature) 6_/ Q? Rel nqui hed By {S gnature) Date/ Time Received By (signm) Ship Via
W‘-ﬁ Jfléf"!?\y‘w %A«bkﬁa& FE—D'Q(
Rel nquished By (Signature) Date/ Time Received By (Signature) Relinquished By (S gnature) Date/ Ttme Received By (S gnature!}
\ BL/Arb Il Number Dare
Relinquished By (Signature) Date/T me g?::;id';or Laboratory By Relinqui hed By (S gnature) Date/Time (Rsegglavteudr:)or Laboratory By 9\ 2 5 2 23 5 }55 S / Z?/ ?7_
Distribution Or ginal Accompanies Shipment Copy to Coordinator Field F les 0571194
See CONCENTRATION RANGE on back of form
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Seattle, WA
203-233 9007

Manhattan, NY
212-280-0052

Carle Place, NY
516 997 7251

N P N
609-858-4800 908 981-0550

Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

Greensboro NC
910-297 1487

Smyrna, GA
404-333-6066

San Mateo CA
415-570-5401

Ann Arbor MI
313-668-6810

Tuesday June 03 1997

Ref Number

POLARIZED LIGHT MICROSCOPY (PLM) T

Project WESTBANK ASBESTOS

Houston, TX
713-686-3635

TX972069

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1040G01 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
—
WBS1040G02 Brown/White Teased 4% Chrysotile 96% Other
Fibrous
Homogeneous
WBS1040G03 Brown Teased 2% Chrysotile 98% Other -
Fibrous /
Homogeneous
WBS1040G04 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
WBS1085G01 Brown/White Teased 15% Chrysotile 83% Other
Fibrous 2% Crocidolite
Homogeneous
WBS1085G02 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

Arthur Hernandez Jr :

Analyst

/

&
Approved
Signatory

Discltaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 1
only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by NVILAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Seattle, WA Ann Arbor M1 San Mateo CA Smyrna, GA Greensboro, NC Houston, TX

Piscataway NJ  Carle Place, NY Manhattan, NY
o m ; ; 404-333-6066 910-297 1487 713-686-3635

609-858-4800 908 981-0550 516-997 7251 212 290-0052 203-233 9007 3136686810 415-570-5401

Ecology & Environment, Inc Tuesday June 03 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972069

POLARIZED LIGHT MICROSCOPY (PLM)

Project WESTBANK ASBESTOS

SAMPLE ASBESTO NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS1085G03 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite

! Homogeneous

WBS1085G04 Brown Teased < 1% Chrysotile 100% Other
Fibrous
Homogeneous

WBS027G01 Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous

WBS027G02 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

WBS027G03 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

WBS027G04 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous

| :

Comments For all obviously heterogeneous samples easily separated mto subsamples and for layered samples each component I1s analyzed separately
Also # of Layers refers to number of separable subsamples

Arthur Hernandez Jr f pproved

Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the stems tested This report may 2
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

15 not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples




Manhattan, NY Seattle, WA Ann Arbor MI San Mateo, CA Smyrna, 6A Greenshoro NC Houston, TX

Westmont, NJ Piscataway NJ  Carle Place, NY
. 415-570-5401 404 333-6066 910-297 1487 713-686-3635

609-858-4800 908 9810550 516-997 7251 212 2900052 203-233 9007 3136686810

Ecology & Environment, Inc Tuesday June 03 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972069

POLARIZED LIGHT MICROSCOPY (PLM)’i

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS027G05 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS1208G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS048G01 Brown Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS048G02 Brown Teased | 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS1084G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS1064G02 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component I1s analyzed separately
Also # of Layers refers to number of separable subsamples

s An‘éur Herm - Zoproved

Analyst / Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report reiates only to the tems tested This report may 3
only be reproduced n full with written approval by EMSL The above test must not be used by the client to clam product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Carle Place, NY  Manhattan, NY Seattle, WA Ann Arbor MI San Mateo CA Smyrna, GA Greensboro, NC Houston, TX

NJ P y NI
415-570-5401 404-333-6066 910-297 1487 713-686-3635

609-858-4800 908-981-0550 516 997 7251 212 290-0052 203-233 9007 313-668-6810

Ecology & Environment, Inc Tuesday June 03 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972069

POLARIZED LIGHT MICROSCOPY (PLM)

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS440G01 Brown Teased 2% Chrysotile 98% Other
Non Fibrous
Homogeneous

WBS440G02 Brown Teased 2% Chrysotile 98% Other
Non Fibrous
Homogeneous

WBS440G03 |Brown Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite

t

i Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples

2z Za

Arthur Hernandez Jr pproved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floer tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 4
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physicaily separate and analyze layered samples




% ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Te! 716/685 8080 Fax 716/685 0852
International Speciahsts in the Environment

CHAIN OF CUSTODY RECORD

3ro)’ect No

Project Name

Y %6 Westbonk Asbestss

Projec Manager

. Neaguin

Sampiers {Signatures)
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Field Team Leader |

Larry Kod|
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*See CONCENTRATION RANGE on back of form
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Analyhcal Services Center

ecology and environment, inc.

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/683 0852

International Speciahists in the Emuronment

CHAIN OF CUSTODY RECORD

[Pro;ect No Project Name Projec Manager 4
! [}
CLOIRAGH Wesrbank Bsbesws Tilod Naggn /
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Relinquished By (Signature) Date/Time Received For Laboratory By Relinqui hed By (Signature) Date/Time Recerved For Laboratory 3y L
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Distribution Original Accompanies Shipment Copy to Coordinator Field Fites

See CONCENTRATION RANGE on back of form
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PLM Analysis Worksheet

Chent Ecology & Environment, Inc Logged 6/1/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/2/97 9 00 AM
Baton Rouge LA 70816 —— T - - - -
Spec'al Handling Billing Number
Fax (504) 363 4732
TX972069
Project WESTBANK ASBESTOS
L ::~_ Apﬁea@ce TTTTTT 7T T Yreatment | Asbestos Results | Fibrous Non Fibrous ! S
1 Brown 6 Various | Fibro ! Homogeneous |1 Teased | Chrysotle I Cellulose T Quartz - P
2 Grey 7 Black 2 Non Fibro 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica - s
3 Tan 3 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum wegh | ‘
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremofite 4 Synthetic 4 Cal Carbonste ot
$ Red 0 Orange l i 5 Actinolite 5 Other S Matnix | .
— J - - —__ |6 Croadolite 6 Wollastonite 6 Perlite l "r ;4 !
0 None Detected o 7 Har 7 Other Vope B i
o ' Fibrous Non Fibrous # i
[ sample [ Location Appearance | Treatment | % ASBESTOS | Type | % |[Type | % ayers;
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PLM Analysis Workiéheet (=)

Client Ecology & Environment, Inc Logged 6/1/97 TAT 24 Hour

Date/Time Due  6/2/97 9 00 AM

Address 11550 Newcastle Ave #250
]

| f
| S N A NS NP PO B B Yy R PN
Qb)\ \ /\&\;Q_} e ; \ }:

Baton Rouge LA 70816 -~ -
Special Handling Bilhing Number
Fax (504) 363 4732
| o TXe72069 |
Project WESTBANK ASBESTOS | D

E, T Ai 4ﬁAppearance~ T —] Treatment | Asbestos Results Fibrous Non Fibrous A R
1 Brown 6 Vanous 1 Fibrous t Homogeneous 1 T;ased 1 Chrysotile —h (.Jellulau:i_ I'Qunr\z ! I,"“ !

2 Grey 7 Black 2 Non Fibrous  [2 Heterogeneous [2 Crushed |2 Amosite 2 Glass 2 Mica rn L
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 1 Min Wool ) Gypsum 2 Su gk H i
4 White 9 Blue 4 Layers () 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate e h [ |
5 Red 0 Orange S Actinolite S Other S Matrix P e !
6 Crocidol 6 Wollastonite 6 Perlite ;L l; ° ‘
0 None Detected L!lmr 7 Other _ - g Spe of 1
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PLM Analysis Worksh:et

Client Ecology & Environment, Inc Logged 6/1/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/2/97 9 00 AM
Baton Rouge LA 70816 - -~ — = - - i
Special Handling Bilhng Number
Fax (504) 363 4732
TX972069
Project WESTBANK ASBESTOS
| Appearance Treatment { Asbestos Re_éult; T 7 Flbrous “Non Fibrous iJ ®oh, “}
1 Brown 6 Varnous 1 Fibrous Tllomogcneous 1 Teased t Chrysotile I Celiulose T b ouanz T _ — H,"_"‘ —
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica fl . M i‘ l
3 Tan 8 Silver 3 Other 3 Other 3 Oissoived {3 Arthophyilite 3 Min Wool 3 Gypsum 1S 2
4 White 9 Blue i 4 Layers (¥) 4 Ashed 4 Tremolite 4 Syntheuc 4 Cal Carbonate Spe 1 | ,{
5 Red 0 Orange t 5 Actimolite § Other 5 Matrix [ |
_ 16 Crocidolte 6 Wollastonite 6 Perlite 3V \; e |
f)_l:lo_rli(l_mted N 7 ‘Halr 7 Other | z ;) e f ’
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Westmont, NJ Piscataway NJ
609-858-4800 908 981-0550

SAMPLE

wBS321G01

WBS321G02

wWBS028G01

WBS028G02

WBS028G03

L
[WBS039G01

Manhattan, NY

Seattls, WA Ann Arbor MI

212 2900052 203 233 9007 313-668-6810

Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

San Mateo, CA Smyrna, 6A
415-570-5401 4D4-333-6066 910-297 1487

Wednesday June 04 1997

Breenaboro, NC Houston, TX

7136863635

Ref Number TX972097
POLARIZED LIGHT MICROSCOPY (PLM)
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown Teased 10% Chrysotile o 89% Other
Fibrous 1% Crocidolite
Homogeneous
Brown Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Brown Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
Brown Teased None Detected i {06% Other. -
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component I1s analyzed separately

Also # of Layers refers to number of separable subsamples

Carlos D Salinas
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 1
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Approved
Signatory




N P NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor MI San Mateo CA Smyrna, GA Greensboro NC Houston, TX
609-858-4800 908 9810550 516-997 7251 212 290-0052 203-233 9007 313-668-6810 415 570-5401 404-333-8066 910-297 1487 713-686-3635

Ecology & Environment, Inc Wednesday June 04 1997

11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972097

POLARIZED LIGHT MICROSCOPY (PLM) J

Project 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS047G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS452G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easly separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamples

z ‘ Z

Carlos D Salnas %pproved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 2
only be repraduced in full with written approval by EMSL The abave test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

15 not responsible for the accuracy of results when requested to physically separate and analyze layered samples
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Carle Place, NY
516-997 7251

Piscataway NJ
908-981-0550

Westmont, NJ
609-858-4800

Manhattan, NY
212 290-0052

203-233 9007

Anp Arbor M1
313-668-6810

Seattle, WA

Ecology & Environment, Inc
11550 Newcastle Ave #250
Baton Rouge LA 70816

SAMPLE LOCATION

WBS036G01

WBS467G01

WBS467G02

WBS467G03

WBS326G01

WBS326G02

San Mateo CA
415-570-5401

Smyrna, 6A
404-333-6066

ensboro,

Wednesday June 04 1997

Ref Number

910-297 1487

POLARIZED LIGHT MICROSCOPY (PLM) }

Project 020601RAG1 WESTBANK ASBESTOS

TX
7136863635

TX972120

RECD JUN 0 8189

f

-

SAMPLE ASBESTOS NONASBESTOS
APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
Brown Teased < 1% Chrysotile 100% Other )
Non Fibrous
Homogeneous
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
\
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous 1

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

Arthur Her/nondez J
Analyst

a

Kpproved

Signatory

-

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 1
only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor Ml San Mateo, CA Smyrna, GA Greensboro NC Wouston, TX

J Piscataway NJ
o o 415570 5401 404-333-6066 910-297 1487 713 886-3635

609-858-4800 908 981-0550 6516 997 7251 212-290-0052 208 233 9007 313-668-6810

Ecology & Environment, Inc Wednesday June 04 1997

11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972120

POLARIZED LIGHT MICROSCOPY (PLM)

Project 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS326G03 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
WBS326G04 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS326G05 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
WBS382G01 Brown Teased 2% Chrysotile 98% Other
Fibrous < 1% Crocidolite
Homogeneous
WBS382G02 Brown/White Teased 40% Chrysotile 58% Other
Fibrous 2% Crocidolite
Homogeneous
WBS382G03 Brown Teased 4% Chrysotile 96% Other
Fibrous < 1% Crocidolite
|
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

Arthur Heriandez Jr /A'pproved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 2
only be reproduced in full with written approval by EMSL The above test must not be used by the chient to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be vaiid Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples




NI ),

N)J  CarlePlace, NY  Manhattan, NY Seattlo WA Ann Arbor MI San Mateo CA Smyrna, GA ‘eenshoro T

609-858-4800

SAMPLE
WBS047G04

WBS047G02

WBS047G03

908-981-0550 516 997 7251 212 290-0052 203-233 9007 313-668-6810 415-570-5401 404-333-6066 910-297 1487 713-686-3635

Ecology & Environment, Inc Wednesday June 04 1997

11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972120

POLARIZED LIGHT MICROSCOPY (PLM) |

Project 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS

LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased < 1% Chrysotile 100% Other

Non Fibrous

Homogeneous

Brown Teased < 1% Chrysotile 100% Other

Non Fibrous

Homogeneous

Brown/White Teased 4% Chrysotile 96% Other

Fibrous < 1% Crocidolite

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples

%{ : <

Arthur Herhandez Jr Approved
Analyst Signatory

Disclaimers PLM has been known 1o miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may 3
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vald Laboratory

1 not responsible for the accuracy of results when requested to physically separate and analyze layered samples
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ecology and environment, 1nc
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PLM Analysis Worksheet W 7 w

Logged 6/3/97 TAT 24 Hour

Address 11550 Newcastle Ave #250 Date/Time Due 6/4/97 900 AM

Chent Ecology & Environment Inc

Baton Rouge LA 70816 e
Special Handling Billing Number

{
!

Fax (504) 363 - 4732
) TX872120

Project 020601RAG1 WESTBANK ASBESTOS B ‘

" Appearance Treatment | Asbestos Results FIbeUS Non Fibrous [ wot
1 Brown 6 Vanous  |I Fibrous | Homogencous |1 Teased  |! Chrysonie i Celiufose I Quarz ’ ~J e
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ‘ ¢
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ; "" ]
5 Red 0 Orange 5 Actinohite S Other 5 Matnx | ,
b - —_— __.J_. 16 Crocidohite 6 Wo Ilnsl nite 5 Perlite " [; e i
0 None Detected 7 Hai 7 Othel } H Spe f
— - 1
_ B o - B Fibrous Non Fibrous | |
Sample Location | Appearance | Treatment | % ASBESTOS Type | % |Type | % ’@f's |
WBS O3 \ AN-O | \(@Dlo | "]
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PLM Analysis Worksheeti

Chent Ecology & Environment, Inc Logged 6/3/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/4/97 9 00 AM
Baton Rouge LA 70816 ‘ |
Special Handhng 1 Billing Number
Fax (504)363 4732 J
. TX972120 |
Project 020601RAG1 WESTBANK ASBESTOS / ] !
- Appearance Treatment Asbestos Results Fibrous | Non Fibrous
T Brown 6 Vanous 1 Fibror 1 Homogeneous |t Teased |1 Chrysotle I Cellulos I Quanz T I
2 Grey 7 Black 2 Non Fbm 2 Heterogeneous 2 Crushed 2 Amosite 2 Glass 2 Mica W
3 Tan 8 Sil 3 Other 3 Other 3 Dissolved |3 Arthophyilite 1 Min Wool 3 Gypsum 15w g
4 White 9 Blu 4 Layers (#) 4 Ashed 4 Tremolste 4 Synthetic 4 Cal Cnrbonnle See t
5 Red 0 Orang S Actinolite S Other 5 Matri -
6 C ] 6 Wollastonie 5 Pe n P
0 None Detected 7 Hair 7 Other -
Fibrous Non Fibrous #
- ) 0 Layers
Sample % ASBESTOS | Type | % |Type | % o f
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Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 8007  313-668-6810 415 570 5401 404 3336066 910 297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972134

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS222G02 Teased None Detected 100% Other
on Fibrous
omogeneous
WBS222G01 Teased < 1% Chrysotile © 100% Other
on Fibrous
omogeneous
[WBS040GO1RE Teased 2% Chrysotile ~ 98%Other
omogeneous
WBS729G01 Teased 2% Chrysotile 98% Other
’ omogeneous
L
|WBS1085G05 Teased 3% Chrysotile 97% Other
omogeneous
WBS815G01 Teased 2% Chrysotile 98% Other
! omogeneous |
|

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

J// e —

Analyst

Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the chient to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory i1s not responsible for the accuracy of results when requested to physically separate and analyze tayered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




Houston TX

Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor MI SanMateo CA  Smyma GA  Greensboro NC
600-858-4800 0B 9810550 516 997 7251 212 290-0052 203 233 9007  313-668-6810 415 570-5401 404 3336066 910297 1487  713-685 3635
Attn  Barbara Storey
Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972134
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS815G02 Brown/White Teased 60% Chrysotile 38% Other
Fibrous 2% Crocidoiite
Homogeneous
WBS815G03 Brown Teased 5% Chrysotile ) 95% Other
Fibrous < 1% Crocidolte
Homogeneous
WBS815G04 Brown/White Teased 10% Chrysotile 90% Other i
Fibrous < 1% Crocidolite !
[
WBS815G05 Teased 3% Chrysotile 97% Other ]
< 1% Crocidolite
WBS815G06 Teased 3% Chrysotile 97% Other
‘ < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Arthur Herréndez Jr
Analyst

pproved
Signatory

Disctamers PLM has been known to miss asbestos in a small percentage of samptes which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with eher SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP raports with NVLAP logo must contain at least one signature to be valig

Laboratory 1 not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)
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PLM Analysis Worksheet
Client Ecology & Environment, Inc Logged 6/4/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/5/97 9 00 AM
Baton Rouge LA 70816
Special Handling Bilhing Number
Fax (504) 363 - 4732
TX972134
Project WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ! il FieH
1 Brown 6 Vanous 1 Fibrous ! Homogeneous |1 Teased I Chrysotle 1 Cellulose | Quartz . e
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | Wery \
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 2 Brught 1
4 Whte 9 Blue 4 Layers (#) 4 Ashed 4 Tremobte 4 Synthetic 4 Cal Carbonate ’l’“"
5 Red 0 Orange s Acumjhfe 5 Othue;s e : ;Jl;hu:: e O <
5 Nowe Detected e 7 Other ™ ivo
Fibrous Non Fibrous # o
Sample Location Appearance | Treatment % ASBESTOS Type % | Type % Layers
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PLM Analysis Worksheet

(3

Client Ecology & Environment, inc Logged  6/4/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/5/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972134
Project WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ! Il M-I
1 Brown 6 Vanous 1 Fibrous | Homogeneous |1 Teased |1 Chrysotle 1 Cellulose 1 Quartz . i .
2 Grey 7 Black 2 Nonm Fibrous 2 Heterog 2 Crushed 2 Amosite 2 Glass 2 Mics ) ey '
3 Ten 8 Siver 3 Other 3 Other 3 Dissoived |3 Arthophylite 3 Min Wool 3 Gypsum 2 st 2
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremotte 4 Synthetic 4 Cal Carbonate ) ey
$ Red 0 Orange $ Actnohte $ Other 5 Matnx —
6 Crocidoht 6 Wollastorute 6 Perlite e 0 °
0 None Detected 7 Harr 7 Other 2P0
Fibrous Non Fibrous o
Sample Location Appearance | Treatment | % ASBESTOS Type | % | Type | o |t
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ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852
International Specialists in the Environment

CHAIN OF CUSTODY RECORD
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RANGE

L {(Low)
M (Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liquid Soil
0—- 50ppb 0— 50ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm




S =

Westmont, NJ Plscataway NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor MI San Mateo, CA Smyrna, GA Groensboro, NC Houston, TX
609-858-4800 908.9810550 516997 7251 2122900052 203-233 9007 3136636810 4155705401 4D4:333-6066 910297 1487 713.686-3635
Ecology & Environment, Inc Fnday June 06 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972189
POLARIZED LIGHT MICROSCOPY (PLM)
Project WESTBANK ASBESTOS / 020601-RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS636G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite 1
Homogeneous |
-
WBS636G02 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS636G03 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS636G04 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS049G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS049G02 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
i

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately

Also # of Layers refers to number of separable subsamples

-

Z
Arthur Hernandez Jr

Analyst

proved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report may
only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by NVLAP
nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory
1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
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Carle Place, \Y = Manhattan, NY Seattle, WA Ann Arbor MI San Mateo CA Smyrna, 6A Greenshoro NC Houston TX

Westmont, NJ Piscataway NJ
415-570-5401 404-333-6066 910 297 1487 713-686-3635

609-858-4800 908 9810550 6516 997 7251 212-290-0052 203 233 9007 313-668-6810

Ecology & Environment, Inc Fnday June 06 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972189

POLARIZED LIGHT MICROSCOPY (PLM)

Project WESTBANK ASBESTOS / 020601-RAG1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS049G03 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS049G04 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS049G05 Brown Dissolved < 1% Chrysotile 100% Other o
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also '# of Layers refers to number of separable subsamples

Arthur Hern(ondez Jr
Analyst

=
/Approved
Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Flopr tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report may 2
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

Is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples
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PLM Analysis Worksheet

@

Chent  Ecology & Environment, Inc Logged 6/5/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/5/97 9 00 AM
Baton Rouge LA 70816
Special Handling Bilhing Number
Fax (504) 363 - 4732
TX972189
Project WESTBANK ASBESTOS /020601 RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous : " i:“": ®
! Brown 6 Vanous 1 Fibrous I Homogeneous 1 Chrysotile 1 Cellulose | Quartz v
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous 2 Amosite 2 Glass 2 Mica 1 Wy
3 Ton 8 Silver 3 Other 3 Other 3 Arthophyihite 3 M Wool 3 Gypsum ;zq
4 White 9 Blue 4 Layers (#) 4 Tremolbte 4 Synthenc 4 Cal Carbonate o
SR 0 Onnee J 2 ?cnm‘bhfe ; \?lt:li:stomle 2 :’:l:’l‘: e
0 None Detected 7 Har 7 Other “' 1o
Fibrous Non Fibrous # o
Sample Location Appearance | Treatment % ASBESTOS Type % Type % Q ’Layers
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PLM Analysis Worksheet
Client Ecology & Environment, Inc Logged 6/5/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/5/97 900 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972189
Project WESTBANK ASBESTOS /020601 RAGT N
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ! ol Nl
1 Brown 6 Vanous 1 Fibrous | Homogencous |1 Teased |1 Chrysotle 1 Cellulose | Quartz - i .
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica 1 ey '
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophylite 3 Min Wool 3 Gypsum 2 rogt 2
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonate > ety
$ Red 0 Orange $ Actinohte 5 Other 5 Matnx 7
6 Crocidoht 6 Wollastorute 6 Perlte P he w o
0 None Detected 7 Har 7 Other 1ro
Fibrous Non Fibrous #
Sample Location Appearance | Treatment % ASBESTOS Type % Type %, Layers
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N} N

609-858-4800 08 981-0550

+

Carle Place, NY
516997 7251

Manhattan, NY
212 290-0052

Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

SAMPLE

WBS495G01

WBS495G02

WBS485G01

LOCATION

Seattle, WA
203 233 9007

Ann Arbor MI
3136686810

San Mateo, CA
415 5705401

Smyrna, 6A
404-333-6066

Greensboro, NC
910-297 1487

Houston, TX
713-686-3635

Tuesday June 10 1997

Ref Number TX972214
POLARIZED LIGHT MICROSCOPY (PLM) }
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased <1% Chryso_tlle " 100% Other )
Non Fibrous < 1% Crocidolite
Homogeneous

Teased 2% Chrysotile ~ " 98%Other
Fibrous < 1% Crocidolite
Homogeneous

Teased < 1% Chrysotile : 100% Other
Non Fibrous
Homogeneous

Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous ‘

Teased <1% Chrysom - 100% Other -

on Fibrous

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

7
Arthur Hernandez
Analyst

7

pproved

Signatory

Disclaimers PLM has been known to miss asbestos in a small parcentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested Ths report may 1
only be reproduced in full with written approval by EMSL The above test must not be used by the client o claim product endorsement by NVLAP

nor any agency of the United States Govemment All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Westmont, NJ piscataway NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor Ml San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
6098584800 D08 9810550 516997 7251 212 290-0052 203 233 9007 3136686810 4155705401 4043336065 910-287 1487 7136863635
Ecology & Environment, Inc Tuesday June 10 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972214
POLARIZED LIGHT MICROSCOPY (PLM)
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS492G01 Teased < 1% Chrysotile 100% Other
on Fibrous
omogeneous
|WBS492G02 Teased < 1% Chrysotile 100% Other
on Fibrous
omogeneous
WBS040G02 rown/White Teased 30% Chrysotile 68% Other
ibrous 2% Crocidolite
| omogeneous
WBS040G02 rown Teased 3% Chrysotile o 97% Other i
I ibrous < 1% Crocidolite
omogeneous
| WBS040G03 Teased < 1% Chrysotile " 100% Other
' on Fibrous
‘ omogeneous
WBS482G01 Teased < 1% Chrysotile 100% Other )
| on Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

Arthur H/ernonde

A

Analyst

pproved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report may 2
only be reproduced in full with written approvai by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Seattle, WA Ann Arbor MI San Mateo, CA Smyrna, GA Gresnsboro, NC Houston, TX

N ataway NJ  CarlePlace, NY  Manhattan, NY
s g ; 910-297 1487 713-686-3635

609-858-4800 908-981-0550 516997 7251 212-290-0052 208 233 9007 3136686810 4155705401 404-333-6068

Ecology & Environment, Inc Tuesday June 10 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972214

POLARIZED LIGHT MICROSCOPY (PLM)

Project 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS482G02 Brown Teased < 1% Chrysotile 100% Other ‘!
Non Fibrous |
Homogeneous |
WBS482G03 Brown Teased/Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately

Also # of Layers refers to number of separable subsamples

pproved
Signatory

Arthur H%andez Jr
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot be

guaranteed Floor les and wipes should be tested with either SEM or TEM The above test report relates only 1o the tems tested This report may 3
only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid Laboratory

1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples




PLM Analysis Workshieet

Client Ecology & Environment, Inc Logged 6/6/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/9/97 9 00 AM
Baton Rouge LA 70816 [
[ Special Handling t i Billing Number
Fax (504)363 4732 L
J TX972214
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I [ Fibrous Non Fibrous # :—“7
| _Sample “Location | Appearance | Treatment :::%»ASBESTOS Type | % |Type | % Layers }
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Chent
Address

Fax

Project

'l Brown

P] Grey
3 Tan
14 Whte
5 Red

Analyst

Ecology & Environment, Inc

11550 Newcastlie Ave #250
Baton Rouge LA 70816

(504) 363 4732

-

PLM Analysis Worksiieet

Logged 6/6/97
Date/Time Due 6/9/97

020601RAG1 WESTBANK ASBESTOS

Appearance " | Treatment | Asbestos Results Fibrous
6 Vanous {1 Fibro 1 Homogeneous 1 Teased ! Chrysotile - 1 Cellulose
7 Black 2 Non Fibrous 2 Heterogeneous (2 Crushed 2 Amosite 2 Glass
8 Si iJ Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool
9 Blu 4 Layers (¥) 4 Ashed 4 Tremolite 4 Synthetic
0 Orang, ) S Actinolite S Other
— — 16 Crocidolie 6 Wollestonite
0 None Detected 7 Har
Flb!OUS
Treatment % ASBESTOS r Tjﬁe %

9 00 AM
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PLM Analysis Worksheet
Chent Ecology & Environment, Inc Logged 6/6/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/9/97 900 AM
Baton Rouge LA 70816 - !
( Speciat Handling { ( Biiling Number
Fax (504) 363 4732 ! ) |
| TX972214 |
Project 020601RAG1 WESTBANK ASBESTOS e ’ ) J
[ " " Appearance " [Treatment | Asbestos Results Fibrous Non Fibrous e i e
| Brown 6 Various 1 Fibrous 1 Homogeneous J1 Teased | Chrysotife I Cellufose l—(v):aruﬁ_ 'A L 1'?__
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica . ’” , *
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 1% g 2
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonat Y Specty
'S Red 0 Orange S Actinolite S Other S Matrix ’ ]
! — - . - ,16 Crocidolite 6 Wollastomie 6 Perlite ;: ;; i
0 None Detected 7 Harr 7 Oth: 3 Spe oy 1
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PLM Analysis Wofksheet

()

Chent Ecology & Environment, Inc Logged 6/6/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/9/97 9 00 AM
Baton Rouge LA 70816 - T - —
Special Handling Biling Number
Fax (504) 363 - 4732
TX872214
Project 020601RAG1 WESTBANK ASBESTOS -
f— B T TAppearance | Treatment “Asbestos Results | Fibrous | Non Fibrous | ' "‘_i; o
I Brown 6 Various 1 Fibrous } Homogeneous | Chrysotile - I—Calulo;;’ 7 I_Quartl - - " "‘t
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica "% M I $ f
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved (3 Arthophyilite 3 Min Wool 3 Gypsum L] 1 f
14 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate St 1
1S Red 0 Orange S Actinolite 5 Other S Matnix r ¥ i
e — e 6 Crocidolite 6 Wollastomte 6 Perlite i Tey
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o Fibrous Non Fibrous # ‘ |
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ecology and environment, inc. r— gy
@ Analytical Services Center , Kﬁ? Q/g/t

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment CHAIN OF CUSTODY RECORD : Page l of ‘
Proiecotgg i Project Name Project Manager
R A6 Westbonk Asbesns . Jeff Wright
Samplers (Signatures) Field Team Leader
Mﬂz ELLCMN/ & ﬁmm—%% G/’L‘? Da)/ REMARKS
Y SAMPLE ' !
TYP SAMPLE ORMATION NUMBER
MumBen | PATE | TiME [E T2 | : STATION LOCATION o \f‘\ ‘
8 s < | EXPECTED COMPOUNDS (Concentration)* TAINERS Q 1 EP A TQQ ﬁ
wBos [o] -
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Re{irquished By{ (Sigpature) %::S;-Z»e{ '* T |Received By (Signature) Relinquished By (Signature) Date/ Time Received By (Signature) Fed - EX
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‘ \WB-C20 |




CONCENTRATION INFORMATION

EXPECTED
RANGE CONCENTRATION RANGE
Liquid Soil
L (Low) 0— 50ppb 00— 50ppm
M (Medium) 51 — 1+000ppb 51 — 1000ppm
H (High) > 1000ppb > 1000ppm
\

+

RN



Westmont B\
609 858-4800

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550

516 997 7251 212 290-0052

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave #250

Seattle WA
203 233 9007

Ann Arbor MI

313-668-6810

San Mateo CA
415 570 5401

Smyma GA  Greensboro NC  Houston TX
404 333-6066

910 297 1487  713-686 3635

Thursday June 12 1997

Baton Rouge LA 70816 Ref Number TX972283
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS1001G01 Brown Teased < 1% Chrysotile - B 100% Other
|
' Non Fibrous
. Homogeneous
WBS1001G02 Brown Teased None Detected 100% Other

Non Fibrous

Homogeneous
WBS1001G03 Brown Teased < 1% Chrysotile 100% Other o
| Non Fibrous

Homogeneous
WBS1001G04 Brown Teased < 1% Chrysotile 100% Other

Non Fibrous

Homogeneous
| WBS485G04 Brown Teased | <1%cChrysotle | - 100% Other B

Non Fibrous

Homogeneous
[ _
WBS485G05 Brown Teased < 1% Chrysotile 100% Other

Non Fibrous
k Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 188 1 Method

Arthur Heéondez Jr
Analyst

/

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a smail percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested Thus report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature 1o be valid

Laboratory ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




7
Westmant QJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA
609 858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
313-668-6810 415 570-5401 404 333-6066 910 297 1487  713-686 3635

Thursday June 12 1997

Ref Number TX972283

Perform

POLARIZED LIGHT MICROSCOPY (PLM)

ed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS485G06 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also '# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Arthur Hernandez Jr
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report

&
Approved
Signatory

may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be vaiid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




PLM Analysis Worksheet w -

L
Chent Ecology & Environment, inc Logged 6/9/97 TAT 24 Hour

Address 11550 Newcastle Ave #250 Date/Time Due 6/10/97 900 AM

Baton Rouge LA 70816 |
Spectal Handling i Biliing Number
Fax (504) 363 4732 i :
f ) TX972283
|
Project WESTBANK ASBESTOS ’ !
T Appearance | Treatment | Asbestos Results Fibrous Non Fibrous | ™k,
t Brown 6 Various 1 Fibrous i Ht—;&ge’;o;s 1 Teased 1 Chrysotile | Cell;rose T Qusnz - i e
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica - M ,
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 2 5w ght ll |
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonate Spec
5 Red 0 Orange 5 Actmnhte 5 Other 5 Matnx ' P f f
. e 6 Crocid 6 Wollastonite 6 Perlite ‘; ' [ !
0 None Detected 7 Hasr 7 Other !x Spec £ }
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ecology and environment, inc.

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

Page __l_ of

Project No

Project Name

orke 2oLy

Project Manager

JefC (W) g Wt

(Signature)

(Signature)

LA5 AR 3SHLp

Samplers .(Signatures) wES% Aﬂk@ Field Team Leader =l , T
P g e i -

STATIO SN SAMPLE INFORMATION - [ NUgEER

NumBeR | PATE | TIME % 3 5 EXPECTED COMPOUNDS (Concentration) * STATIoN osaTIoN TACI?J';RS a)p( .‘n& #5

O 10

onias |- BN Azbstzs (Low) | [X (o= bd%S o

% 4257 X \ ’ L |X G- b3S 6T

aieas| | |14z| X L X - D356 B

&%5 (1261 X % R
SR e et 1%
gplap i 71t . 17~ =t 85— U
8% T lgg X I Y | L-0p3575
I | 6] X L X - gSHo

e U g X IX b-ché g SFF

DEE/'JT‘}%?AW Rede dam:) 6-9 ¢7 Relinqui hed By (Signature) Date/ Time Received By (Signature) { Ship Via E‘
te/Time! " T TReceived By (Signature) Relinquished By (Signature) Date/ Time Received By (Signature) W’ >L
BL/Airbill Number
Relinquished By {Signature) [Date/ Time Receiwved For Laboratory By Relinquished By (Signature) Date/Time Received For Laboratory By

-9

Distribution Oniginal Accompanies Shipment Copy to Coordinator Field Files
*See, CONCENTRATION RANGE on back of form

-
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RANGE

L {Low)
M {(Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liguid Soil
0— 50ppb 0—- 5B0ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm

(L4



A
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007  313-668-6810 415 570 5401 404 3336066 910-297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972310

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS PROJECT

SAMPLE ASBEST! NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS489G01 Tan Teased < 1% Chrysotile 1 ~ " 7100% Other
Non Fibrous
Homogeneous :
WBS477G01 Tan Teased 2% Chrysotile 98% Other !
Non Fibrous < 1% Crocidolite \
Homogeneous {
|
— — _ |
WBS477G02 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS477G03 Tan Teased | 2% Chrysotile © 98%Other
Non Fibrous < 1% Crocidolite
Homogeneous
[WBSG?O‘GM Tan Teased | <1% Chrysotile T 100% Other
| Non Fibrous
{ Homogeneous
| WBS042G01 Tan Teased < 1% Chrysotile 100% Other -
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salnas
Analyst Signatory

pproved

Disclatmers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Ar and Bulk #102106)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
600 858-4800 008 081-0550 516 997 7251 212 290-0052 203 233 9007  313-668-6810 415570 5401 404 333-6066 910 297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972310

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS PROJECT

SAMPLE BEST! NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS042G02 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Carlos D Saiinas proved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tles and wipes should be tested with ether SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




PLM Analysis Worksheet

Chent Ecology & Environment, Inc Logged 6/10/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/10/97 9 00 AM
Baton Rouge LA 70816 - -
Special Handling Biling Number
Fax (504) 363 4732
TX972310
Project WESTBANK ASBESTOS PROJECT 3
fr - Appearance Treatment| Asbestos Resulls Fibrous Non Fnbrous’] F “j,‘ . P
1 Brow BG—Van;us I Fibrous 1 Homog:n-c::us 1 Teased | Chrysoatile 1 Cellulose 1 Quaru ,’"
|2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ' w L ‘, ¢
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum LI 3
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate ) Spec v
S Red 0 Orange 5 Actinohte S Other § Matnix 3 ! n
! 6 Crocidol 6 Wollastonite 6 Perlite N IR ‘
0 None Detected L l}lnlr 7 Other 1 Spe i
o o _ o Fibrous Non Fibrous #
J Sampfe " Location {Appearance Treatment %ASBESTOS Type | % | Type } y, Lavers; —— 70
l ‘ , /®
WSteg | 3w <17 | 7w B
| Z ) ! M | s
Go| | " L
| Py

;

| 4{12/,/?;;/4_
L

Analystm Date é (2 ?Z 2 5 Computer

Date




@eeology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the En

vironment

CHAIN OF CUSTODY RECORD
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Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml San Mateo CA
609-808-4800 908 981-0550 516 997 7251 212 280-0052  203-233 9007

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS

Smyma GA  Greensboro NC  Houston TX
313-668-6810 415570 5401 404 333-6066  910-297 1487  713-686 3635

Thursday June 12 1997

Ref Number TX972326

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE FIBROUS % NONFIBROUS
WBS422G01 Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS422G02 Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolte ‘
Homogeneous
WBS1001G05 Tan Teased < 1% Chrysotile 100% Other |
Non Fibrous
Homogeneous
WBS1001G06 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
wBS1001G07 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS1109G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Comments For ali obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198-1 Method

Carlos D Salinas %roved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seatlle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609-858-4800 908 981-0550 516-997 7251 212 290-0052 203 233 9007 313668-6810 415 570-5401 404 333-6066 910-297 1487  713-686 3635

Atin  Barbara Storey

Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972326

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS482G04 Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS866G01 Tan Teased 2% Chrysotile 98% Other i
Non Fibrous < 1% Crocidolite :
Homogeneous ]
|
WBS866G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous )
WBS1117G01 Tan Teased None Detected 100% Other
Non Fibrous
Homogeneous
WBS1117G02 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method
N~
Carlos D Salinas & I&)roved

Analyst Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)
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’ PLM Analysis Worksheet
Client Ecology & Environment, Inc Logged 6/11/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/11/97 9 00 AM
Baton Rouge LA 70816
Special Handling Bilhng Number
Fax (504) 363 - 4732
TX972326
Project WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous I Homogencous |1 Teased i Chrysotile 1 Cellulose | Quartz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica 1 )
3 Tan 8 Siver 3 Other 3 Other 3 Dissoived |3 Anthophyll 3 Min Wool 3 Gypsum
4 Whte 9 Blue 4 Layers (W) 4 Ashed 4 Tremolte 4 Synthetic 4 Cal Carbonate
S Red 0 Orange 3 Actmolite 5 Other 5 Matnx g i
g ;onc Detected : n:r“aswme f;I gte;]h: ;a";
Fibrous Non Fibrous ter] 1 Lo 3
Sample Location Appearance | Treatment % ASBESTOS Type % | Type w |Lovers " if": e
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Malyst% Date ¢ / 7‘,/,7 Computer

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092

Date



PLM Analysis Worksheet

Client  Ecology & Environment, Inc Logged 6/11/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/11/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972326
Project WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1 Quarz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ) )
3 Tan 8 Silver 3 Other 3 Other 3 Dissoived |3 Anthophylbte 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (¥) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
S Red 0 Orange 5 Actmolite 5 Other $ Matnx i ,
6 Crocidol 6 Wollastorute 6 Petlite 2 Srught 1
0 None Detected 7 Harr 7 Other ) Specly
Fibrous Non Fibrous #  [ira] 1w T
La)’ers N ;:o‘ 1 Punell 1
Sample Location Appearance | Treatment % ASBESTOS Type % Type % Ll
|
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Analyst M Date _%47 Computer

EMSL Analytcal Inc 2501 Central Parkway Surte C 13 Houston TX 77092
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ecology and environment, inc.

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD
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CONCENTRATION INFORMATION

EXPECTED
RANGE CONCENTRATION RANGE
Liquid Soil
L (Low) 0— 50ppb 0~ 50ppm
M (Medium) 51 — 1000ppb 51 — 1000ppm

H (High) > 1000ppb > 1000ppm




Smyma GA  Greensboro NC  Houston TX

Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml San Mateo CA
404 3336066 910 297 1487  713-686 3635

609-858-4800 908 981-0550 516 997 7251  212290-0052 203 233 9007 31 3-668-6810 415 570 5401

Attn Barbara Storey

Ecology & Environment, Inc Thursday June 12 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972332

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601RAG1

SAMPLE ASBESTQOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS481G01 Brown/White Teased - 50% Chrysotile T ~ 50% Other ,
Fibrous
Homogeneous '
WBS481G02 Brown/White Teased 40% Chrysotile 60% Other i
Fibrous < 1% Crocidolite
Homogeneous
WBS481G03 Brown/White Teased 5% Chrysotile 95% Other
Fibrous < 1% Crocidolite |
Homogeneous ‘
Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
Tan Teased 4% Chrysotile 95% Other
! Non Fibrous 1% Crocidolite
Homogeneous
WBS1084GO01 Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For ail obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

72 g

Carlos’D Salinas A%roved -
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproduced i full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory ts not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




tmont NJ  Pisc
609 858-4800

SAMPLE
WBS1084G02

WBS1102G01
I
(WBS1102G02
| WBS044G01

' WBS053G01

WBS053G02

|
|

908 981-0550

y NJ Carle Place NY Manhattan NY
516 997 7251 212 290-0052

Attn Barbara Storey

Ecology & Environment, Inc
11550 Newcastle Ave #250

Seattle WA
203 233 9007

Ann Arbor Ml
313-668-6810

Smyma GA  Greensboro NC
404 333-6066 910 297 1487

San Mateo CA
415 570-5401

Thursday June 12 1997

Houston TX
713-686 3635

Baton Rouge LA 70816 Ref Number TX972332
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolte
Homogeneous ‘
Tan Teased < 1% Chrysotile 100% Other {
Non Fibrous ;
Homogeneous
e _ o4
Tan Teased None Detected 100% Othe; T ——.
Non Fibrous
Homogeneous
Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Lz

Carlos D Sahnas

Analyst

/

&~ A(proved
Sighatory

Disclaimers PLM has been known to miss asbestos n a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Fioor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced i full with written approval by EMSL The above test must not be used by the client fo claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at feast one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




Waestmont NJ
609 858-4800

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550

Seattle WA

516 997 7251 212 290-0052 203 233 9007

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave #250
Baton Rouge LA 70816

Ann Arbor MI
313-668-6810

San Mateo CA
415 570 5401

404 333-6066

Thursday June 12 1997

Ref Number TX972332

Smyma GA  Greensboro NC  Houston TX
910 297 1487

713-686 3635

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601RAG1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
[W33052G01 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS052G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS453G01 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
i Homogeneous
WBS453G02 Tan Teased 2% Chrysotile 98% Other
| Non Fibrous
Homogeneous
'WBS453G03 Tan Teased <1%Chrysotle | " 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

|
Carlos D SGIzOS

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced n full with written approval by EMSL The above test must not be used by the client fo claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)

-

Approved
Signatory
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PLM Analysis Worksheet
Chent  Ecology & Environment, Inc Logged 6/11/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/12/97 8 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 -4732
TX972332
Project WESTBANKASBESTOS / 020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous : "l ?
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotile 1 Cellulose | Quartz v i ;
2 Grey 7 Black 2 Non Fibrous 2 Heterog 2 Crushed 2 Amosite 2 Glass 2 Mica | Wiy \
3 Ten 8 Siver 3 Other 3 Other 3 Dissoved |3 Arthophyihte 3 Min Wool 3 Gypsum 2 Srmp :
4 White 9 Blue 4 Layers () 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonate Pl
$ Red 0 Orange $ Actimolte $ Other 5 Matrx 7
6 Croadol 6 Wollastorute 6 Perlte I .
0 None Detected 7 Har 7 Other 1p0
Fibrous Non Fibrous # o
Sample Location Appearance | Treatment % ASBESTOS = | Type % | Type I Layers
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PLM Analysis Worksheet @

Client Ecology & Environment, inc Logged 6/11/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/12/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972332
Project WESTBANK ASBESTOS /020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ! Dol
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased 1 Chrysotle 1 Cellulose 1| Quartz o e S
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | Wery \
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Arthophyilite 3 Min Wool 3 Gypsum 2 St H
4 White 9 Blue 4 Layers (¥) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate i
3 Red 0 Orange 5 Actinohte $ Other $ Matnx 'y P .
6 Croaidol 6 Wollastorute 6 Perbite i .
0 None Detected 7 Harr 7 Other 2P0
Fibrous Non Fibrous #
Sample Location Appearance | Treatment % ASBESTOS Type % | Type % |Lavers
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PLM Analysis Worksheet

Chent Ecology & Environment, Inc Logged 6/11/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/12/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972332
Project WESTBANK ASBESTOS / 020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous ! Ll Mo
1 Brown 6 Vanous 1 Fibrous I Homogeneous |1 Teased 1 Chrysotile 1 Cellulose 1 Quartz i
2 Grey 7 Black 2 Non Fibrous |2 Heterogeneous |2 Crushed |2 Amosite 2 Glass 2 Mica 1 ey ,°
3 Tan 8 Silver 3 Other 3 Other 3 Dissoived |3 Arthophyilite 3 Min Wool 3 Gypsum 1 Srught H
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolte 4 Synthete 4 Cal Carbonate 3 Spee
5 Red 0 Orange 3 Actnolite S Other 5 Matnx —F
6 Crocidol 6 Wollastorute 6 Petlite M g -
0 None Detected 7 Har 7 Other PO
Fibrous Non Fibrous
Sampie Location Appearance | Treatment % ASBESTOS Type % | Type o |Lavers 4
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ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

I

Page _Lof

Project No Project Name Project Man

@%{i@}&;ﬁﬁgres) (/‘-)CSS&J‘JL kLMS — Field Team i?ﬁe?g:€Y wY M
CW/M ‘ A\g ( , REMARKS

SaMPLE SAMPLE INFORMATION /" [numser

NUMBER | OATE | TIME % é 3 EXPECTED COMPOUNDS (Concentration)* AT EosATIeR Tﬁ%&as \)\*\' EQA,W %‘S
Ll (ofagirg, | X belotsdos [ Lon) [ 1X (- 0053

22! rofor| 0920 | X ] g [ |X b-0B598

2228 | 0925 | X | L |X b-008579

Ve o] 0730 | X I (X 008600

ey ofmzs | X v L (X b- 00860

| | 143 | X Aspestos (o ) [_IX lo- 00 B2t

Co alor 1147 | X % L X l~0084605

800 lulnfor | 1208 | Aseestes, (LoD [ X le ~808 4o

Bo Ll 1840 | X | [ IR b~ 008607

&AM - v VALY t~008617

gg‘i%‘ﬁfc{z bal( 350| X \SeE STos [ 1% (—0B6(?

R D X /X (o= PR3

PR | s DA L/ |y (o= 0D Blofp 2

‘A’%ﬁ? By | “Lf(be)’x gate/Tlme o Received By (s-gnazure)\\}\\\c\f,\ Rehingui hed B é/ecenved;{ {Signature) sm;(,?/;@ ! %(O@g »
r nguished gy .gdat%.@!}%%% /g m Relinquished By (Signature) Date/Time Received By (Signature) %

BL/Arrbill Number Date

Relinquished By (Signature) Date/ Time ‘F;?::;iciel):or Laboratory By Relinqui hed By (Signature) Date/ Time :?Setgggﬁeef;or Laboratory By 7/?, gz LB §3 , ’ (0 ,_40, ?7/

Distribution Original Accompanies Shipment Copy to Coordinator Field Files
*See CONCENTRATION RANGE on back of form
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ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Te! 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

page L= ot 2

Pro] ct Name

E&&Sw | P abont

RA(y |

Aebe sdess

Pro;ect Manager

)MH

Field Team Leader

fers (Slgnatureﬂ /
REMARKS
Al ‘ 1% QU%WLOT&)
STATION S_Av;LE SAMPLE II\MATION NUgEER Z/
DATE | TIME a | @ STATION LOCATIO
NUMBER 2la| & CON
glel< EXPECTED COMPOUNDS {Concentration)* TAINERS ﬁ/g %ﬁ# S

k /P IE5 v
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LK fnf gy 5 [d EX
Rthkq&shed By Fgﬁétué\] Datd/Time Received By (Slgnature) Relinquished By (Signature) Date/ Time Received By (Signature)
BL/Airbill Number Date
Relinquished By (Signature) Date/ Time (Rg::::;fﬂjor Laboratory By Relinqui hed By (Signature) Date/Time ::lst?;ﬁ;\;ic:el;or Laboratory By ZZ,SZZE __3 | ‘ & - IO __C? 7/

Distnbution Original Accompanies Shipment Copy to Coordinator Field Files

':See CONCENTRATION RANGE on back of form
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RANGE

L (Low)
M (Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liquid Soil
0— 50ppb 0— 50ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm

A~
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o~ 2 Houston TX

Westmont NJ  Piscataway NJ Carle Place -
609 858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-668-6810 415570 5401 404 3336066 910 297 1487  713-686 363

Attn  Barbara Storey

Ecology & Environment, Inc Monday June 16 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972360

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601 BAG 1

" sampLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1070G01 Brown Teased < 1% Chrysotile 100% Other |
Non Fibrous < 1% Crocidolite |
Homogeneous }
WBS1141G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous I
Homogeneous
WBS1141G02 Brown Teased 2% Chrysotile 98% Other |
Fibrous < 1% Crocidolte
Homogeneous
WBS055G01 Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous
j
WBS055G02 Brown Teased None Detected 100% Other )
Non Fibrous
Homogeneous
WBS1100G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
1 Homogeneous
[ -

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Arthur Hernandez Jr
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced n full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layerad samples

Analysis performed by EMSL of Houston (NVLAP Ar and Bulk #102106)




~. ] - NC—ousioReTX,

A STyrTE—Ch——Creonohes
Westmont NJ Piscataway NJ Carle Place NY Manhattan NY Soatlle WA Ann Aibor NI San Nates
600 8564800 908 981.0550 516 997 7251  212200-0052 203 2339007 313-668-6810 415570 5401 404 3336066 910 297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Monday June 16 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972360

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS /020601 BAG 1

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS1100G02 Brown Teased < 1% Chrysotile 100% Other !
Non Fibrous < 1% Crocidolite
Homogeneous

|WBS480G01 Brown [Teased None Detected 100% Other

! Non Fibrous |
Homogeneous |

!

WBS480G02 Brown Teased None Detected 100% Other ]
Non Fibrous {
Homogeneous

WBS056G01 Brown Teased None Detected 100% Other 1
Non Fibrous
Homogeneous

WBS486G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolte
Homogeneous

WBS486G02 Brown Teased 3% Chrysotile 97% Other
Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for fayered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

pproved
Signatory

Arthur Her/nondez Jr
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to clam product endorsement by

NVLAP nor any agency of the Unded Stales Government Al NVLAP reports with NVLAP fogo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)
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= Sk Fa¥ N 0o by TX
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY Seatlle WA Ann AIOST Wir—Sarritater-CA—~0my hC :;l:;!:; o
600-858.4800 008 981-0550 516-997 7251 212290-0052 2032339007 313-668-6810 4155705401 404 333-6066 910 297 1487
Attn Barbara Storey
Ecology & Environment, Inc Monday June 16 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972360
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601 BAG 1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
1
WBS486G03 Brown Teased < 1% Chrysotile 100% Other l
Non Fibrous |
Homogeneous ’
|
WBS486G04 Brown/White Teased 5% Chrysotile 95% Other
Fibrous < 1% Crocidolite
Homogeneous
WBS486G05 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
i
WBS056G02 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolte
Homogeneous
WBS056G03 Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separateily

Also # of Layers refers to number of separable subsamples
NY samples also analyzed by ELAP 198 1 Method

Arthur Herdfandez Jr
Analyst

4pproved
Signatory

Disctaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government Al NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory I1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




PLM Analysis Worksheet w

Logged 6/12/97 TAT 24 Hour
Date/Time Due  6/13/97 243 PM

Chent Ecology & Environment, Inc

Address 11550 Newcastie Ave #250
Baton Rouge LA 70816

Special Handling : | Biling Number '
Fax (504) 363 4732 | i
| i TX972360
Project WESTBANK ASBESTOS /020601 BAG 1 i [
o ~ 7 Appearance I[eatm_erﬁ~ “Asbestos Results | Fibrous | Non Fnbrous Optical
I—Brown 6 V;;u;ns I Fibrous t Homogenecous |1 Teased t Chrysatile h Cellutose T T ho Qumz Propertles
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Mica - v
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum {
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonate |
5 Red 0 Orange 5 Actinolite S Other 5 Matrix W M {
6 Crocidohte 6 Wollastonte 6 Perlite : Ly ;
0 None Detected 7 Hair 7 Other Speu Ty \
Fibrous Non F:brous #oh W e
—_ N R} mmetrc
{ Sample Location Appearance Treatment % ASBESTOS Type‘J % Type % hl.ayers ! "" ; "“"": _:
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Analyst e Computer Date

4
EMSL Analytical Inc 2501 Centrgl Parkyay Suite C 13 Houston TX 77092



PLM Analysis Worksheet

~IANINT

PLM Analysis Worksheet

Logged 6/12/97

Chent Ecology & Environment, Inc
Address 11550 Newcastle Ave #250 Date/Time Due 6/13/97 243 PM
Baton Rouge LA 70816 — - = - =
Special Handling
Fax (504) 363 - 4732
Project WESTBANK ASBESTOS / 020601 BAG 1
- Appearance Treatment | Asbestos Results | Flbrous " Non Fubr0us
T Brow "6 Varous I Fibrous [lillomngc;oous— 1 Teased |1 Chrysotle ) Celtu l - |.0— S
2 Grey 7 Black 2 Non Fibj 2 Heterog eneous 2 Crushed 2 Amosite 2 Glas: 2 Mic
3 Tan 8 Sitver 3 Oth 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 G)p
4 What 9 Blue 4 Layers (¥#) 4 Ashed 4 Tr cmoll 4 Synthetic 4 Cal C bonme
S Red 0 Orang 5 Actin S Other S Matni
_ I e — 16 Cro d e 6 Wollastonite 6 Pe ll
g l‘:lg_D ‘_d o 7 Hair 7 Other
: o 3 | Fibrous Non Fibrous ~ #
{ Sample _ Location | Appearance | Treatment - _@ ASBESTOS | Type | % |Type | % Laye
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PLM Analysis Worksheet

(>

Chient Ecology & Environment, Inc Logged 6/12/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/13/97 243PM
Baton Rouge LA 70816 - - — — = - I \
Special Handling | ) Billing Number
Fax (504)363 4732 |
' : TX972360
Project WESTBANK ASBESTOS / 020601 BAG 1
[ Appearance B " | Treatment | Asbestos Results Fibrous Non Fibrous ! , Optical
I Brown 6 Vanous 1 Flhro;s iiicr;ogunwus— 1 Teased 1 Chrysoule [ Cellulose |1 Quartz - 1 Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica ! .
Iian 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophylhite 3 Min Wool 3 Gypsum ’
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
S Red 0 Orange S Actinohite 5 Other S Matnx . A , l
6 Crocidol 6 Wollastomte 6 Perlite 1 1
0 None Detected 7 Hair 7 Other o |
e Fibrous Non Fibrous ; ‘r ;lrd l| :., ll:l
l Sample | Location [ Appearance | Treatment | % ASBESTOS Type | % |Type | % qbayers Lo o
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EMSL Analytical Inc 2501 CentralfParkWay Suite C 13 Houston TX 77092
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ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852
International Specialists in the Environment

CHAIN OF CUSTODY RECORD

Project No Project,Name Projec Mana
mﬁ%ﬂ\ L\)c’_%%baln K KH)CS]LO S Je gj‘ (Jm Q]ﬂ'}
Samgters _ {Signatures) ’ Field Team Leader -
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efinquiyhed B ature) Date/Time Received By (Signatur elinqur he ignature Date/ Time Rece ve ignature p Via
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Relirquished Bms.gnaxuf Date/Time " |Received By (Signature) Relinquished By (Signature) Date/Time Received By (Signature) 1
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ecology and environment, inc.

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

Project No Project Name Project Manager
o — o
ORLOILAA | WESThak ASPESTDS Seee (pEeH T
Samplers (Signatures) Fieid Team Leader
/7 W@ij bAPfQJAIZFf'A /0;66?/
AMPLE
g:;_:“ SavP SAMPLE INFORMATION NU'ggER AY
STATION :
NumgeR | ORTF | TIME % E x - ON LOCATION CON \J |
Sig|< EXPECTED COMPOUNDS (Concentration) TAINERS EP i
Gslfb d — (— j |
e ioh 11197 L6l O)X ASPrs705 LOM/ { A (e—¢
WBEOS /o 1635 | X / L |4 oL
S
WEEEE | ofubrit o) X ( IX -
N
\
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| —
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Ingdfsh Signature) Date/ Time Received By (Slgnature Relinqui hed By (Signature) Date/ Time Received By (Signature) Ship Via
\ tng+ L
mqbwhe\clBD(Slgnature) Date/Time Received By (Sugnatwﬁ_ Relinquished By (Signature) Date/ Time Recewed By (Signature)
BL/Airbill N+
Relinquished By (Signature) Date/Time Received For Laboratory By Relinqui hed By (Signature) Date/ Time Received For Laboratory By
{Signature) (Signature ;L Q

Distribution Original Accompantes Shipment Copy to Coordinator Field Files

*See CONCENTRATION RANGE on back of form
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Westmont NJ
609 £58-4800

Piscataway NJ Carle Place NY Manhattan NY

908 981 0550

516 997 7251

212 290-0052

Seattle WA
203 233 9007

Ann Arbor MI
313-668-6810

San Mateo CA
415 570 5401

Smyma GA  Greensboro NC  Houston TX
404 333-6066 910 297 1487  713-686 3635

Attn  Barbara Storey
Ecology & Environment, Iinc
11550 Newcastle Ave  #250

Wednesday June 18 1997

Baton Rouge LA 70816 Ref Number TX972402
, | POLARIZED LIGHT MICROSCOPY (PLM)
[ e Y
BECD JU 4w 1997 Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS237G01 Tan Teased < 1% Chrysotile 100% Other )
Non Fibrous
Homogeneous

[WBS237G02 Tan Teased < 1% Chrysotile - ~100% Other B
Non Fibrous
Homogeneous

[ -1

WBS237G03 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

WBS243G01 Tan Teased 2% Chrysotile ~ '98%Other
Non Fibrous < 1% Crocidolite

‘ Homogeneous

WBS243G02 Tan Teased None Detected B ~ 100% Other
Non Fibrous
Homogeneous

i

WBS243G03 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component 1s analyzed separately
Also ‘# of Layers refers to number of separable subsamplies

NY samples also analyzed by ELAP 198 1 Method

Carlos D' Salinas
Analyst

pproved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproducad in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at ieast one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysts performed by EMSL of Houston (NVLAP Air and Bulk #102106)




Westmont NJ
609 358-4800

SAMPLE
WBS538G01

WBS538G03

WBS538G04

WBS536G01

WBS257G01
!

|WBS257G0%
I

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550

516 997 7251 212 290-0052

Attn Barbara Storey

Ecology & Environment, Inc
11550 Newcastle Ave  #250

Seattle WA
203 233 9007

Ann Arbor MI
313-668-6810

Smyma GA  Greensboro NC
404 333-6066 910 297 1487

San Mateo CA
415 570 5401

Wednesday June 18 1997

Houston TX
713-686 3635

Baton Rouge LA 70816 Ref Number TX972402
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Tan Teased 2% Chrysotile 98% Other
Non Fibrous
Homogeneous
Tan Teased < 1% Chrysotile - 100% Other
Non Fibrous
Homogeneous
Tan Teased 5% Chrysotile o 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
Tan Teased < 1% Chrysotile o 100% Other
Non Fibrous
Homogeneous
Tan Teased None Detected 100% Other
Non Fibrous
Homogeneous
Tan Teased 2% Chrysotile S  98% Ot;le;-
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘'# of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Cartos D Salnas

Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at lsast one signature to be vahd

Laboratory s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




Client
Address

Fax

Project

—

| Brown
2 Grey
3 Tan
4 White
15 Red

E::Sample——

W& 237

PLM Analysis Worksheet

N

Ecology & Environment, Inc Logged 6/16/97 TAT 24 Hour
11550 Newcastle Ave #250 Date/Time Due 6/17/97 9 00 AM
Baton Rouge LA 70816 - —_— ===
Special Handling Billing Number l
(504) 363 4732
TX972402 f
WESTBANK ASBESTOS o o B |
Appearance Treatment | Asbestos Results |  Fibrous "Non Fibrous |’ Optical I
6 Vanous 1 Fibrous | Homogeneous |1 Teased 1 Chrysotile | Cellulose 1 Quanz - ( Propemes !
7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica H - T
8 Silver 3 Other 3 Other 3 Oissolved |3 Anthophyllite 3 Min Wool 3 Gypsum \
9 Blue ; 4 Layers (¥) 4 Ashed 4 Tremolite 4 Synthetic 4 Cat Carbonate J
0 Orange | S Actinolite 5 Other 5 Matnx | N N
—— =l - - A |6 Crocidolite 6 Wollastonite 6 Perlite | e 2
|0 None Detected 7 Hatr 7 Other , Ioet
e - o Fibrous Non Fibrous RE ;:\:‘ o
Location Appearance | Treatment % ASBESTOS Type % | Type ‘ o, | Layers S e
I \l? %(, I

£

(Lo,

T

//

7

%//7 Computer
/ VAN 4

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092

vz

Date

D



PLMAn;|;(S|s Worksheet

.

Client Ecology & Environment, Inc Logged 6/16/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/17/97 9 00 AM
Baton Rouge LA 70816 - L
Special Handling ] Biling Number
Fax (504) 363 4732
| TX972402

Project WESTBANK ASBESTOS o '
f T _—Kppearance Treatment | Asbestos Results “Fibrous | Non Fibrous ' Optical }
il Brown 6 Vanous 1 Fibrous I Homogeneous 1 Teased 1 Chrysotle - I»C:Iﬂjlosc~7— - | Quanz Propemes
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amostte 2 Glass 2 Mica - — I
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved 3 Anthophylhte 3 Min Wool 3 Gypsum |
4 White g Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate L )
5 Red 0 Orange J 5 Actinohte S Other 5 Matnx M N
! - JRSSED . ——— — 16 Crocidolite 6 Wollastomte 6 Perlite l ; Y l,

0 None Detected 7 Hawr 7 Other | pe b )

Fibrous Non Fibrous | # 1" " |ear |
- — —, — —— e o —————— —_ H 1 td {1 ymmo
{ Sample Lacation Appearance | Treatment | % ASBESTOS Type | % |Type | % Layers g [ me |
WERS3E 3 [l S 79< 1 ——
| 2 - / Y o '
Zz | | & Cnféf

Goy ]

Analyst

ate éé 2 /54 2 ,2 Computer

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092

Date



@ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

vage ot OB

Distribution Original Accompanies Shipment Copy to Coordinator Field Files

*See GONCENTRATION RANGE on back of form

w B -OCR(O

Project No Project Name Project Manager
(0L0st | WESTRANE ASBESTOS: Sere Wbd
Samplers (Signatures Freld Team Leader
e BakpieA- SToREH -
SAMPLE OMBER
SATEON | DATE | TIME g ng - SAMPLE INFORMATION STATION LOCATION NchN }Bé
R 8 g < EXPECTED COMPOUNDS (Concentration)* TAINERS %m
P\ a6 || | | AcrsToS Lliow™ N lo- 008649
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RANGE

L (Low)
M (Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liquid Soil
0— 5b0ppb 0—- 50ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm

Y
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ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Speclalists in the Environment

CHAIN OF CUSTODY RECORD

[

Page(é of ¢/ _

Project No

Y S/ LAG!

Project Name

pelesA Zod '/gsés/‘ds

Project Manager

Jer A zet, o hr

Samplers (Signatures)

Field Team Leader

v Sora  SpaosEX

STATION LOCATION

—

STYPE - SAMPLE INFORMATION
STATION | op e | yyme [ 8
NUMBER ef2]e

S|z« EXPECTED COMPOUNDS (Concentration)*

s hesrins (v

%A) v 30
\

AN
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CON

TAINERS
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N

t —_—— e

4

—
/1

\\ \
N\ \
\ \\ _
X AN
Date/ Time Received By (Signature) Relinqut hed By (Signature) Date/ Time Received By (Signature) Ship Via
Date/ Time Received By (Signature) Relinquished By (Signature) Date/ Time Received By (Signature) F
BL/Airbill Number / Date
Relinquished By (Signature) Date/ Time (Receuved f;or Laboratory By Relingut hed By (Signature) Dage/Timne Receiwved For Laboratory By ; ?53 E é_ 5 9
" Signature \ (W ; 577 5/ / 7
: w\aX &
Distrroution Original Accompanies Shipment Copy to Coordinator Field Files N\ \ IR

*See GCONCENTRATION RANGE on back of form
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- FRE i T S Ll LI A A - .o

RANGE

L (Low)
M (Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liquid Soil
0— 50ppb 0—-~ 50ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm
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4

Smyma GA  Greensboro NC  Houston TX

Westmont, NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattie WA Ann Arbor M1 San Mateo CA
609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007 313-6686810 415570 5401 404 3336066 910 297 1487 713-686 3635
Attn Barbara Storey
Ecology & Environment, Inc Wednesday June 18 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972407
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS051G01 Tan Teased 2% Chrysotile 98% Other ‘
Non Fibrous < 1% Crocidolite
Homogeneous
WBS051G02 - Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS051G03 Tan Teased 2% Chrysotile 98% Other N
Non Fibrous < 1% Crocidolte
Homogeneous
WBS051G04 Tan Teased 2% Chrysotile 98% Other !
l Non Fibrous < 1% Crocidolite
[ Homogeneous
'WBSO51G05 Tan Teased 10% Chrysotile - " 90% Other
Fibrous < 1% Crocidohte
| Homogeneous
WBS530G01 Tan Teased 12% Chrysotile 88% Other
Fibrous < 1% Crocidolite
Homogeneous
Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method
Carlos D Salinas Approved
Analyst Signatory
Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproduced n full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609 8584800 908 981-0550 516 997 7251 212 290-0062 203 2339007  313-668-6810 4155705401 404 333-6066 910297 1487  713-686 3635
Attn  Barbara Storey
Ecology & Environment, Inc Wednesday June 18 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972407
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS]
WBS530G02 Tan Teased < 1% Chrysotile o 100% Other
i Non Fibrous < 1% Crocidohte
Homogeneous
WBS542G01 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS256G01 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
L o
WBS256G02 Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
!TNBSZE’SGO:* Tan Teased 5% Chrysotile 95% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS539G01 Tan Teased 4% Chrysotile 96% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

pproved

Sign

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory 15 not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston {NVLAP Air and Bulk #102106)

atory




Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609 8584800 008 981-0550 516 997 7251 2122900052 203 233 9007  313-666-6810 415 570-5401 404 333-6066 910 297 1487 713-686 3635
Aitn  Barbara Storey
Ecology & Environment, Inc Wednesday June 18 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972407
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1138G01 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
,WVBS1 138G02 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS1138G03 Tan Teased 2% Chrysotile 98% Other
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

Tz

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 3
may only be reproduced n full with written approvaf by EMSL The above test must not be used by the client to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




PLM Analysis Worksheet "
Client Ecology & Environment, Inc Logged 6/16/97 TAT 24 Hour @

Address 11550 Newcastle Ave #250 Date/Time Due  6/17/97 103 PM
Baton Rouge LA 70816 e - } - - -
Special Handling l Biling Number [
]
Fax (504) 363 4732 ! | !
| TX972407
[
Project WESTBANK ASBESTOS / 020601RAG1 _ _ - _'
Appeararge_-ﬂ o Treatment | Asbestos Resuits Fibrous | Non Fibrous | | Optical
1 Brown 6 Various —~I Fibrous ~1l_lrion:oge;;sﬁﬂ‘.—Te;::e(j 1 Chry—;oule Ty Cellulosei R | Quartz T Propemes ,’
2 Grey 7 Black 2 Non Fibrous 2 Hetetogeneous |2 Crushed 2 Amasite 2 Glass 2 Mica
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyliite 1 Min Wool 3 Gypsum 1
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Syntheuc 4 Cal Carbonate
5 Red 0 O 5 Actinolit 5 Oth S M |
L ranee 6 Croc:!ollele 6 Wolclrnsmmlc 6 Pcar‘l::: S ; !
0 None Detected 7 Hair 7 Other Ve £ l
o B Fibrous Non Fibrous # ;\" |','\; ;r...f.
__ Sample Location Appearance | Treatment | % ASBESTOS Type | % |Type | % |Lavers gl‘(’ o'r o
WRL S/ 3 / Z |55 ssh) 1]
e lr,z 778 3
M s
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Analyst Z Datc Q 4i‘2é§? Computer Date

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092




PLM Analysis Worksheet -
Client Ecology & Environment, Inc Logged 6/16/97 TAT 24 Hour @
103 PM

Address 11550 Newcastle Ave #250 Date/Time Due 6/17/97

1

Baton Rouge LA 70816 |
Special Handling Bilhing Number
Fax (504) 363 - 4732 1
| TX972407 |
'
Project WESTBANK ASBESTOS / 020601RAG1 _ L { .
L Appearance Treatment | Asbestos Results Flb_raaé | Non Fibrous - Optical
b Bro;;~~?Var|;‘T | Fibrous | Homogeneous |1 Teased 1 Chrysoule 1 Cellulose h Quartz Propemes
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous (2 Crushed 2 Amosite 2 Glass 2 Mica , - -
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyliste 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate !
S Red 0 Orange S Actinolite S Other 5 Matrix w N ,
_ e __l6 Crocidobite 6 Wollastonite 6 Perhite PR 1
0 None Detected _|7 Har 7 Other Vet
Fibrous Non Fibrous #0" 0" e
J— — — - —— — e———egee —_— — H [ I ' § 1 wmeu
' Sample |  Location Appegrance | Treatment | Type | % |Type | % Layers R
\ 3 N 7 | 0
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Analyst M Date ég 2 2[2 /;Computer Date

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092




ecology and environment, inc.
Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

Page __]_ of _2:

Project No

02O LOIRA

Project Name
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JeCC Wridt
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Received By (Signature)

{Signature) - Z’ /Time Received By (Signature) Relingui hed By {Signature) Date/ Time Ship Via —
[[—(5e fd €
Date/ Time Received By (Signature) Relinquished By (Signature) Date/Time Received By (Signature) %
BL/Airbil Number Date
Relinquished By (Signature) Date/ Time (F;?gsuavti?jor Laboratory By Rehinqu hed By (Signature) DQITI\: 1‘ stgglvec:el;or Laboratory By (?/18' 272 3;3 'LL’ b/ l?,/7?
Distribution Original Accompanies Shipment Copy to Coordinator Field Files § % 0571194

*  *See CONCENTRATION RANGE on back of form
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RANGE

L (Low)
M {(Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED

CONCENTRATION RANGE
Liguid Soil
0—- 50ppb 0—- 50ppm

51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm




ecology and environment, inc.

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment
? CHAIN OF CUSTODY RECORD Page = of _ &
Project No Project Name Project Manager
pookoIBiel | [uesTBANIL. ASPESTI= e WEIEHT
Samplers (Sigmatures Field Team Leader
RACEREA STOLEY REMARKS
: 1 sampLE -
TYP SAMPLE INFORMATION NUMBER
STATION | b e | TimeE ) STATION LOCATION OF \j(\
NUMBER é < . CON Q
K EXPECTED COMPOUNDS (Concentration) TAINERS ER TAA- 7<=

< |com

o o035 Aseestos ClpwS Y l-608US

™~ AN

~N N

) N \ i

(//7 A N\

NV

\ h

AN

AN ‘

N ~N

N\

Rehnqu1 1 (Signature) Date/ Time Received By (Signature) Rednqui hed By (Signature) Date/ Time Received By (Signature) ShidVia
1 770.)4 ] 8D EEDEL
Relirqdish®8 By\ MSighature) Dake/ Time Received By (Signature)} Relinquished By (Signature) Date/ Time Received By (Signature)

BL/Airbill Number

Date
Relinquished By (Signature) Date/ Time Received For Laboratory By Relinqui hed By {Signature) Date/ Tume Received For Laboratory By ) v} ?
{Signature} \9\ (SIQW 2}5 a.;_} S% (2 /Q. 7

Distribution Original Accompantes Shipment Copy to Coordinator Field Files YN
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H {High) > 1000ppb >1000ppm
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Westmont NJ
609-858-4800

SAMPLE

WBS535G01

WBS535G02

WBS541G01

(S

(WBS541G03

WBS538G02

(WBS541G02

Piscataway NJ Carle Place NY Manbattan NY
908 981-0550

516 997 7251

212 290-0052

Attn  Barbara Storey

Ecology & Environment, Inc
11550 Newcastle Ave #250

Baton Rouge LA 70816

LOCATION

Seattle WA
203 233 9007

Ann Arbor Mi
313-668-6810

San Mateo CA
415 570 5401

404 333-6066

910-297 1487

Fnday June 20 1997

Smyma GA  Greensboro NC  Houston TX
713-686 3635

Ref Number TX972437

POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601RAG1

SAMPLE ASBESTOS NONASBESTOS
APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown/White Teased 40% C-;hr;s.otlle_ ) S 60% Other
Fibrous
Homogeneous
Brown Teased < 1% Chrysotile B N  100% Other -
Non Fibrous
Homogeneous
Brown Teased <1% Chrysotlle__ I - 1007’/:601; B
Non Fibrous
Homogeneous
Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Brown 'F;,;s_e? <1% Chrys.otn; o ‘ T —_100% OTh—er )
Non Fibrous |
Homogeneous ‘
Brown Teased <1% Chrysgmle - ~100°/; O{her
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Arthur HE€rnandez Jr
Analyst

Approved

Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vahd

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)
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Westmont NJ
609 858-4800

SAMPLE
WBS541G04

WBS245G01

WBS245G02

WBS245G03

WBS537G01 |

WBS537G02

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550

516 997 7251 212 290-0052

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250

Seattle WA
203 233 9007

Ann Arbor MI
313-668-6810

San Mateo CA
415 570 5401

Fnday June 20 1997

404 333-6066

Smyrna GA  Greensboro NC  Houston TX
910 297 1487

713-686-3635

Baton Rouge LA 70816 Ref Number TX972437
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown/White Teased 20% Chrysotile 80% Other
Fibrous
Homogeneous
Brown Teased 2% Chrysotllem S es% Other T
Fibrous
Homogeneous
Brown (Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
Brown Teased < 1% Chrysotile - 100% Other
Non Fibrous
Homogeneous
Brown o }ga—s;_ i o ~10_"/;arysotlle - 90% Other
Fibrous
Homogeneous
Brown Teased 5% Chrysotile 95% Other
Non Fibrous
Homogeneous

I

Comments For all obviously heterogeneous samples easily separated into subsampies and for layered samples each component 1s analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Arthur Hérmandez Jr
Analyst

Signatory

Disclaimers PLM has been known to miss asbestos (n a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report
may only be reproduced tn full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vatid

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




Analytical Services Center

ecology and environment, inc.

4433 Walden Avenue Lancaster New Yo k 14086 Te! 716/685 8080 Fax 716/685 0852
Imternational Speciahsts in the Environment

CHAIN OF CUSTODY RECORD

Project No

20601 RAG/

Project Name

stboal fskests

Projec Manager

JeLL LOwridt

[Ny, Y74

Fieid Team Leader

i A= Lot/

J/ g

MPL SAMP/LJWFORMATION ’ / NUMBER /
ATION | b\ e &, STATION LOCATION OF
NUMBER $1qle — CON
//;/»& h8lel = EXPECTED COMPOUNDS (Concentration) * TAINERS
W B33535% ‘1 7 !
% o2 e o A Asbeste (L0w) /X <.
LTty 05| X / : £-c¢
& el 09251 X X ‘ b=
B Gl [ 1140 | X LR -
A% LIk X N o
Zaad /IS | % x| G-
t‘ﬁgqoq 616 | (150 | X l G
W
wzsal | |1208X | _ | K1 b-
e | l2pC|X il | L X g b=
LO:JB)Q:GQJ \l/ (2 X | X ; L~
§
%zcj [P X L X ‘ 6-
cza-zgz, & 4§ ,X X ‘ &
\é'\? !
}nquished By (Signature) Date/ Time natuge) 6 {7 q'f Relinqui hed By ({Signature) Date/ Time Received By (Signature? Ship Via
s i R T )
elirquished By lgnaturﬂ Date/Time Heceived By Tgnature) Relinquished By (Signature) Date/ Time Receved By {Signarture)
BL/Arbill
Relinquished By (Signature) Date/Time Received For Laboratory By Relinqu: hed By (Signature) Date/ Time Received For Laboratory By
{Signature) {Signature 22

Distribution Oniginal Accompanies Shipment Copy 10 Coordinator Field Files

See CONCENTRATION RANGE on back of form
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PLM Analysis Worksheet
Chent Ecology & Environment, inc Logged 6/17/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/18/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 - 4732
TX972437
Project WESTBANK ASBESTOS / 020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased | Chrysotile 1 Cellulose 1 Quartz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | ]
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyil 3 Mmn Wool 3 Gypsum
; ;ve'x;m z g):;ge 4 Layers () 4 Ashed 5 zmmr:zl:; 5 %hnim é E‘::h m(;ubm:e - .
e i Fibrous : ::: Fibrous # : ;:W\ Low T
Sample Location Appearance | Treatment | % ASBESTOS Type | % | Type | 9% lAYerS| | vua |: oo
\ N N K| [
RS D \QY AQ *\'&‘%\i 1\ \«Ols lb\ [ 5?
NI o\ [
Gbl \ R | p | "E
= \ A Qs R \&é{ INSARN
\ .‘ NI
\ \ Q\\w\%\\\x RITNEISIES,
=\ L\ NV
GO \ X N L\ \E
WSSk \ NN RTOY SERTRCI/ENG
\ \ N 208 \F
\ \ QOeyodate AR
S S|\ AN RS
\ N
\ CSoepiie WRAE
Qo™ ) \ QM Y
\ . R\
Gk WA \ Ve N IRSR
= \ \ A ) |’
S A\ . &R ‘B;\\a {
WY \ N QO o] RR% S
G\ \ \ > NV
\ RIRYERS

Date

Analyst %% Oé"/ 7 —? 7 Computer

EMSL Analytcal Inc 2501 Central 4way Surte C 13 Houston TX 77092
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PLM Analysis Worksheet
Chient Ecology & Environment, inc Logged 6/17/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/18/97 900 AM
Baton Rouge LA 70816
Special Handling Biling Number
Fax (504) 363 - 4732
TX972437
Project = WESTBANK ASBESTOS / 020601 RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous |1 Teased | Chrysotile 1 Celiulose 1 Quartz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | 1
3 Tan 8 Silver 3 Other 3 Other 3 D tved |3 Anthophyih 3 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers () 4 Ashed 4 Tremohte 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange 5 Actinohte 5 Other 5 Matnx © o™ , °
6 Crocidok 6 Wollastonute 6 Perhte 2 Strught 2
0 None Detected 7 Har 7 Other 3 Specty
Fibrous Non-Fibrous # ;fs ' 15; —E
Sample Location | Appearance | Treatment | %,A$BESTOS | Type | % |Type | % |M@eS|” | suw |2 oo
[ Loy, <% w77
GO z || / (1L
E
\ £ 4 PZ ? /
e T
( LUy, < 11 7 {29
E\QB Z / / / - Iy
\ P_L B _E
! Loy, ) 770 :
WSS ) | aa - —
Qb\ \ P B E
| ./
ot B
S N VA —
—\_ Pl B—t+—"E
| B
s
P B E
| B
S
P B E
| B
S
P B E
| B
S
P B E

Analym

7

Date [/ / ?%7 Computer

EMSL Analytical Inc 2501 Central Parkway Surte C-13 Houston TX 77092

Date




-

vy -

—3reensbors WC . HousT|
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Sealtle WA Ann Arbor Ml SanMateo CA  Smyrna GA 7] T
908 981-0550 516 997 7251 212 290-0052 203 233 9007 3136686810 415 570-5401 404 3336066 910 297 1487 713-686 3635

609 858 4800

SAMPLE
WBS247G01

WBS247G02

WBS247G03

/

|wBS527G01
|

_

WBS527G02

|

WBS527G03

Attn Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

Fnday June 20 1997

Ref Number TX972452

POLARIZED LIGHT MICROSCOPY (PLM) |

Performed by EPA 600/R-93/116 Method* _]

Project 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased 2% Chrysotile - 98% Other :

Fibrous < 1% Crocidolite !

Homogeneous i

Brown Teased < 1% Chrysotile 100% Other '
|

Non Fibrous J

Homogeneous

Brown Teased < 1% Chrysotile o 100% Other

Non Fibrous

Homogeneous i

Brown Teased < 1% Chrysotile ) - 100% Other B

Non Fibrous

Homogeneous

Brown Teased < 1% Chrysotile - 100% Other |

Non Fibrous

Homogeneous |
|

Brown/White Teased 10% Chrysotile 90% Other

Fibrous

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Arthur He(rnc:ndez Jr
Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 1
may only be repreduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)

Approved
Signatory




7

Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY

Seattle WA Ann Arbor M!

609-858-4800 908 981-0550 516 997 7251 212 290-0052 203 233 9007  313-668-6810

SAMPLE

WBS527G04

WBS527G05

Attn  Barbara Storey

Ecology & Environment, Inc
11550 Newcastie Ave  #250

San Mateo CA

415-570 5401 404 333-6066

Friday June 20 1997

Smyma GA Greensboro NC  Houston TX

910-297 1487

713-686 3635

Baton Rouge LA 70816 Ref Number TX972452
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous
Brown/White Teased 10% Chrysotile o 96%6?her |
Fibrous |
Homogeneous l
I

Comments For ali obviously heterogeneous samples easily separated into subsamples and for layered samples each component Is analyzed separately

Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP

Arthur Hernandez Jr

8 1 Method

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must rot be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysts performed by EMSL of Houston (NVLAP Air and Bulk #102106)

Approved
Signatory




ecology and environment, inc.

Analytical Services Center

4493 Walden Avenue Lancaster New York 14086 Tel 716/685 B080 Fax 716/685 0852

International Specialists in the Environment

CHAIN OF CUSTODY RECORD

=

Project No Project Name Project Manager
B RAG | W LS Asbesns, NSk UG gld
Samblers  (Signatures) = Field Team Leader \_)
ﬂﬂﬂ//gﬂ,\ ) Gaspora Stared
SoVeE" SAMPLE INFORMATION NUMBER
STATION{ 5 7e | TimE AP STATION LOCATION on
} — 195 Slz)= EXPECTED COMPOUNDS (Concentration) TAINERS
01 |1 §130 X Asheshs U—) 2y &<
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U oL s | Y { IX o0
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sl el Y Y ] ( < -0
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Relinquished By ($)4natu O Date/Time Received By (Signature) Relinqui hed By {Signature) Date/ Time Receved By (Signature) Ship Via
VAL M'\"’ 324D Rd’
Relirquishdd By ($igna D3te/ Time JRecened By (signature] Relingurshed By (Srgnature) Date/ Time Recerved By [Signature) t
BL/Airbdl I
Relinquished By (Signature) Date/Time ‘Féfg’e’;\;ieefior Laboratory By Relinqui hed By (Signature) Date/ Time Rece:ﬁjw%?
BN

Distribution Original Accompanies Shipment Copy to Coordinator Field Files
*See CONCENTRATION RANGE on back of form
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PLM Analysis Worksheet

Client Ecology & Environment, inc Logged 6/18/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/19/97 9 00 AM
Baton Rouge LA 70816 |
Special Handling i Biling Number
Fax (504) 363 4732
{ TX972452
Project 020601RAG1 WESTBANK ASBESTOS |
T ~“pre—aram:e Treatment | Asbestos Results " Fibrous | Non Fibrous ] Optical
l_.Bman__ 6 Vanou:- I Fibrous *ﬁi)moge;;\;sereased 1 Chrysotile 1 Cellulose - 1 Quarz l Propemes
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous {2 Crushed 2 Amosite 2 Glass 2 Mica I
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophylhte 3 Min Wool 3 Gypsum |
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Syntheuc 4 Cal Carbonate {
5 Red 0 Orange ‘ S Actinolite 5 Other 5 Matnix N
! 6 Crocidol 6 Wollastomte 6 Perlite ] v eh )
0 None Detected 7 Hair 7 Other pect
o . . Fibrous Non Flbrous Wi e
‘Sjm'p_ Locatlon Appearance | Trealment | % ASBESTOS Type | % | Tyre | % Layers|"  sui oo
i ) | _‘\A \ O sb\\\e [Q&L %N( 3\‘? /S
NSRS | s
— __l | \ L C Q\co(.\é&%\é& 4\ O \ "
Q'l o) \ \ [ b; \B l E

BQQL‘K:’»)S_\\Q_ <

N

\._Q\'yc:(:gg\\e Q\QL _

\_;_n&\&g,& AT

I \
| N A Q\m\\so\-\q
QY ey \ L
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c e
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Analyst %

EMSL Analytical Inc 2501 Cent

f-

~L

DG-16-77

Computer

W

NS A A

Date

Ve

Wi

ay Suite C 13 Houston TX 77092

i
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ecology and environment, inc.

Analytical Services Center
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Specialists in the Environment

T Kqﬂy/cgqéb

CHAIN OF CUSTODY RECORD

Page | of ‘

Project No

0200201 RA4|

Project Nam
OD&ML By s

Project Manager

Je | )On"abd'

Samplers (Signatures)

Field Team Leader

Date/ Time Received By {Signature)
é-/?-#—/%Jr/

elinquished By ngﬁature)

Date/ Time Received By (Signature)

Relinquished By (Signature) Date/Time

Received By (Signature)

|
f
STATION [ pave | rime [E T2 SAMPLE INFORMATION STATION LOCATION NUgEER g ,
NUMBER § g F EXPECTED COMPOUNDS (Concentration)* TAINERS| EF /7 e K 5
A Lolctesg (o] — R &I63073 "
_f;f’%g; 1000 | X< N [ |x &-06307%
<55 [ leos|< \ /> &-2630725
G lons|x / [ | X G-263076
w2 | lys| < / _1X C-04 3077
wBIE22] 1050|< / |X C-0g307F
G5t ) eS| | X l2-00 Rlble
_éﬁ [ wsplx \ L X lo- DBRl T
il ) Jluss h\ L X Lo—00%b LB
o] /[ lee3lX / L IX (o000l
NI / | 0L TD
25| ) Lead X ( /_IX c-awss7/
Z?Z ( lars| X /X C-a 5622
Rﬁ'pg' ed B\y)/(s'ﬁf:ﬁ)x / Relinqus hed !;v {Signature) yDate/Tlme R/ecelvedzv( {Signature) Shuf\;aoafé 7}

Id &

Relinquished By (Signature)

Date/ Time Received For Laboratory By

{Signature)

Date/Time

)ﬂ zﬁ hed By (Slgnatpre)

), 097

/ Received For Laboratory By
5 (Signature)

BL/Arbill Number

7 25223530

Date

o G’( 7'7%’

‘Distribution Original Accompanies Shipment Copy to Coordinator Field Files

0571194
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¥3See CONCENTRATION RANGE on back of form
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RANGE

L (Low)
M (Medium)
H (High)

CONCENTRATION INFORMATION

EXPECTED
CONCENTRATION RANGE

Liquid Souil
0— b50ppb 0— 50ppm
51 — 1000ppb 51 — 1000ppm
> 1000ppb > 1000ppm
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Smyrna GA  Greensboro NC  Houston TX
404 333-6066 910 297 1487  713-686 3635

San Mateo CA
415 570 5401

Ann Arbor M|
313-668-6810

Seattle WA
203 233 9007

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550 516 997 7251 212 290-0052

Westmont NJ
¢ 609 8568-4800

Attn  Barbara Storey

Ecology & Environment, Inc Monday June 23 1997

11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972494
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601RAG1 WESBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBFOUS
WBS:{QBGO1 Tan Teased 1 ;q_‘;ﬁ) my;;tﬁe— ] - 100% OtheT’ B
Non Fibrous
Homogeneous
}WBS490602 Tan Teased < 1% Chrysotile o 100% Other
Non Fibrous
Homogeneous
! _ S I . - . -
'WBS490G03 Tan o h[Tﬁe;s;d ] 2%‘Cﬁr_ysotlle R ~ 98% Other N
Non Fibrous
Homogeneous \
S o i
WBS490G04 Tan Teased < 1% Chrysotile T 100%Other |
Non Fibrous
Homogeneous ~
|WBS522G01 Tan Teased < 1% Chrysotile T ) 100% Other
Non Fibrous
Homogeneous
! —_— ———— — ] J— —
WBS522G02 Tan Teased | <1% Chrysotile | 100% Other
Non Fibrous .
| Homogeneous |
- - SN S (O R _ ‘
Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also ‘# of Layers refers to number of separable subsamples
NY samples also analyzed by ELAP 198 1 Method
Carlos D Sahnas Approved
Analyst Signatory
Disclaimers PLM has been known to miss asbestos in a smali percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced 1n full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




Greensboro NC  Houston TX
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor M SanMateo CA  Smyrna GA
eo::g::aoo glnsue 6810550 516997 7251 212290-0052 203 2339007 3136686810 4155705401 404 333-6066 910297 1487  713-686 3635
Attn Barbara Storey
Ecology & Environment, Inc Monday June 23 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972494
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601RAG1 WESBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS038G0! Tan Teased 1 < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
— ! — — i _— — — —
WBS038G02 Tan Teased < 1% Chrysotile 100% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS038G03 Tan Teased 2% Chrysotile 1T  98%Other | |
| Non Fibrous < 1% Crocidohte
| Homogeneous
WBS038G04 Tan Teased < 1% Chrysotile 100% Other |
Non Fibrous < 1% Crocidolite
Homogeneous
WBS038G05 Tan Jreased | <1%Chrysotle 100% Other
Non Fibrous |
Homogeneous }
‘7 e R - o . .
{WBSZ55G01 Tan Teased N <1%Chrysotle | o T 00%‘&h; o
Non Fibrous
{ Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with etther SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with witten approval by EMSL The above test must not be used by the client to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responstble for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #1021086)




Westrhont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor MI SanMateo CA  Smyma GA  Greensboro NC  Houston TX
609 858-4800 908 981-0550 516 997 7251  212290-0052 203 233 9007  313-668-6810 415 570 5401 404 333-6066 910 297 1487  713-686 3635

Attn  Barbara Storey

Ecology & Environment, Inc Monday June 23 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972494

POLARIZED LIGHT MICROSCOPY (PLM) |
Performed by EPA 600/R-93/116 Method*

Project 020601RAG1 WESBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
IWBS255G02 Tan Teased < 1% Chrysotile T - 100% Other |
Non Fibrous < 1% Crocidolite
Homogeneous
WBS255G03 Tan Teased 2% Chrysotile - " 98% Other |
Non Fibrous < 1% Crocidolite
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas proved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM resuits cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)




PLM Analysis Worksheet

Client Ecology & Environment, Inc Logged ©/20/97

Address 11550 Newcastle Ave #250
Baton Rouge LA 70816

Fax (504) 363 4732

Project 020601RAG1 WESBANK ASBESTOS

o — e ————— = ~
i Appearance ] Treatment | Asbestos Results ] Fibrous
1 Brown 6 Various I Fibrous 1 Homogeneous |1 Teased 1 Chrysotile t Cellulose
'2 Grey 7 Bfack i2 Non Fibrous 2 f{eterogeneous (2 Crushed 2 Amosite 2 Glass
3 Tan 8 Silver |3 Other 3 Other 3 Dissolved |3 Anthophylhte 3 Min Wool
4 White 9 Blue ! 4 Layers (#) 4 Ashed 4 Tremohte 4 Synthetic
!5 Red 0 Orange ! JS Actinolite S Other
e - —_— — o |6 Crocidolite 6 Wollastonite
0 None Detected 7 Har
Fibrous
I - i
Sample [ Location Appearance | Treatment % ASBESTOS Type %

TX972494
b
Non Fibrous Optical
| P
! Quartz Properties
2 Mica {
3 Gypsum i
4 Cal Carbonate
5 Matrix a ! \
6 Perlite | PR 1
7 QOther Spect
SR ——
Non Fibrous # ' \r 1 |H 1P n’d
PN 2 s
Type % Layefs 1 I\|'|: ;m?.,m:w

TAT 24 Hour Q l )

Date/Time Due  6/23/97 12 58 PM

Special Handling

. ; Billing Number

R0 L3 _Eéé/«z,sﬂ

vy

Date

Analyst Date 4( Z} [2 &mputer

EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092




PLM Analysns Worksheet

. Chent Ecology & Environment, inc Logged 6/20/97 TAT
Address 11550 Newcastle Ave #250 Date/Time Due 6/23/97 12 58 PM
Baton Rouge LA 70816 -~ - -
) Special Handhng
Fax (504) 363 4732
Project 020601RAGT WESBANK ASBESTOS o
Appearance } Treatment | Asbestos Resuilts i Fibrous Non Fibrous
Il Brown 6 Various ]I»E:‘brous I Homogeneous |1 Teased 1 Chrysatile | Cellulose 1 Quanz
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica
'3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 3 Min Wool 3 Gypsum
[4 White 9 Blue 1 4 Layers (#) 4 Ashed 4 Tremolne 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange 1 S Actinohte S Other 5 Matnx
| I _ 6 Crocido) 6 Wollastonite 6 Perlite
0 None Detected 7 Hair 7 Other
- _ _ ~ ) [ Fibrous Non Fibrous
[ Sample | Location arance Treatment % ASBESTOS | Type | Type | %
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e @
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA AnnArbor Ml SanMateo CA Smyma GA  Greensboro NC  Houston TX
500-8584800 G08 9810550 516997 7251 2122000052 2032339007 3136686810 415570-5401 404 333-6066 910297 1487  713-686 3635
Attn  Barbara Storey
Ecology & Environment, Inc Tuesday June 24 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972510
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS503G01 Brown Teased < 1% Chrysotile 100% Other
Non Fibrous
Homogeneous
WBS503G02 Brown/White Teased 10% Chrysotile 90% Other
Fibrous
Homogeneous
WBS503G03 Brown Teased 3% Chrysotile 7 7 9t%o0ther
Fibrous
Homogeneous
WBS240G01 Brown Teased None Detected T 100% Other
Non Fibrous
Homogeneous
WBS503G04 Brown Teased None Detected ~ " 7100% Other a
Non Fibrous
Homogeneous
WBS248G01 Brown Teased < 1% Chrysotile o 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also ‘# of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

N

Arthur Hernandez Jr
Analyst

Disclaimers PLM has been known to miss asbestos m a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tites and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responstble for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)

pproved
Signatory




m NY Manhattan, NY  Seattle WA  Ann Arbor M SanMateo CA  Smyma GA  Greensboro NC  Houston TX

609-858-4800

908 981-0550

616 997 7251 212 290-0052 203 233 9007  313-668-6810

Attn Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250

415 570 5401

404 333-6066

Tuesday June 24 1997

910 297 1487 713585 3635 -

Baton Rouge LA 70816 Ref Number TX972510
“ (" My
POLARIZED LIGHT MICROSCOPY (PLM) !
Performed by EPA 600/R-93/116 Method* .
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS]
WBS248G02 Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous
WBS238G01 Brown Teased None Detected - "~ 100% Other
Non Fibrous
Homogeneous
WBS239G01 Brown Teased 2% Chrysotile 98% Other
Non Fibrous
Homogeneous
IWBS298G01 Brown Teased 2% Chrysotile o - 98%0ther
Fibrous < 1% Crocidolite
Homogeneous
WBS298G02 Brown Teased 2% Chrysotile 98% Other
Fibrous
Homogeneous
'WBS298G03 Brown Teased < 1% Chrysotile ! - ~ 100% Other
t Non Fibrous < 1% Crocidolite !
Homogeneous
‘t

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198

Arthur Hefnandez Jr
Analyst

proved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Arr and Bulk #102106)

[ 7~ s i P N
“Arthur Hénandez Jr / / prroved
Analyst Signatory

Disclaimers PLM has been known o miss asbestos in a smal! percentage of samples which contain asbestos Thus negative PLM resulits cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced In full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the Uruted States Government All NVLAP reports with NVLAP loge must contain at least one signature to be vatd




PLM Analysis Worksheet w
Client Ecology & Environment, Inc Logged 6/23/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/24/97 9 00 AM
Baton Rouge LA 70816 S e ! !
Special Handling ! Billing Number
Fax (504) 363 4732 ‘ l'
[ TX972510
Project 020601RAG1 WESTBANK ASBESTOS B
Z " Appearance T —VTT‘réafment_ ‘Asbestos Results | Fibrous Non-Fibrous 1 Optical
it Brown 6 Vanous | Fibrous T Homogeneous |1 Teased 1 Chrysotile - 1 Cellulose 1 Quarty Properties
I2 Grey 7 Black 2 Non Fibrous 2 MHeterogeneous (2 Crushed 2 Amosie 2 Glass 2 Mica
,3 Tan 8 Silver 3 Other 3 Other 3 Dissolved 3 Anthophyilite 3 Min Wool 3 Gypsam t
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Qarbonate
5 Red 0 Orange | 5 Actinolie S Other S Matrix [ M
[ — -- . 6 Crocidol 6 Wollastomte 6 Perhy } !z': » 2
f) r;lo_t_\g_ Detected \lﬂw 7 Othed { Seet
o . . ' Fibrous | Nor-Fibrous LN .'I i hl
Sample Location | Appearance | Treatment % ASBESTOS | Type l % |Typg | % Layers S FR
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EMSL Analytical Inc 2501 Centrat Bark@ay Suite C 13 Houston TX 77092




PLM Analysis Worksheet @
Client Ecology & Environment, Inc Logged 6/23/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/24/97 9 00 AM
Baton Rouge LA 70816 |— - - N
Special Handling | . Bilhng Number
Fax (504) 363 4732 { ‘
| TX972510
Project 020601RAG1 WESTBANK ASBESTOS
Appearance Treatment | Asbestos Results ; Fibrous i Nan Fibrous Optical
I Brown 6 Vanous 11 Fibrous - 1 Homogcn;ous 1 Teased | Chrysotile t Cellulose 1 Quaytz Propertles
12 Grey 7 Biack lZ Non Fbrous 2 teterogeneous 12 Crushed 2 Amosite 2 Glass 2 Mich
li \T\’a}':ue g ;'ll\r:r B Other i Ex:h" # 2 2'?0(?9" : ?:‘;:‘;Fl’:::““‘ 3 :h:m:ﬁ:ul i g:ll s([“"“bonalc
[S Red 0 Orange yers () e S Actinolite s o{hcr S Ma .xm \
T P, 6 Crocidol 6 Wollastonne 6 §erfite [ H
70 None De_u:ﬂ_ L 7 Hair 7 Othpr , Vet
o | Fibrous Nop Fibrous ~ # v " e n',
Sa['n_ple __ Location Appearance | Treatment | % ASBESTOS ‘Type | % | Tyge f % Q} Layers|' T,
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| ecology and environment,

Analytical Services Center

inc.

4433 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852

International Spec:z Iis*s in the Environment

CHAIN OF CUSTODY RECORD

Project No P o;ecx Name Project Manager — ~
) /’ // - -} ‘ -~ ’VZ //,
e vt L ESTLEL £ =L - 5 _L TT7 A T
Sam {Signatures) Fieid Team Leader 7
P - - /
L // g/ 7 2
i [ /-t ////‘/ /‘_/..7/‘ [/ﬁ/ 4 —/\fd‘/c
- SAMPLE *T‘V /*
STATION IYP {/SA LE INFORM ON NUhOA?ER
e | @ TATION 1ON
NUMBER | DATE | TIME HEE s LOCATIO o V _
815 < EXPECTED COMPOUNDS (Concentration) TAINERS Y ;
| [ARYS % \ t)<
O 1¥%58 1 b0 Aebegtos (L \ Ll L
1% X G
e i) \ \
: 70 U v X
| FA T (BT ( g
\\
\_\‘
; \\
\% f}\
!/ “
—
]
\.\_\
Relinquished By [Sigrature) Date/ Time Received By (Signature) Relinqui hed By (Signature) Date/ Time Received By (Signature) Ship Via
~ ~
Mos2c s (p1d A1 ED
RElrquisited By (Sigma ure) Da e/Time Received By {(Signature) Relinquished By (Signature) Date/Time Received By (Signature)
BL/Awrb H
Retinguished By (Sigraturel Oatef Time Recewed For Laboratory By Relinqu hed By (Signaturel Date/ Time Receved For Laborat -
(Signature) (W\s:\o\’k /‘)_/Z_

Distnibution Oniginal Accompanies Shipment Copy to Coordinator Field Files

*See CONCENTRAT!ION RANGE on back of form

B #2(T



ecology and environment, inc.

—
Analytical Services Center 2 é /D
4493 Walden Avenue Lancaster New York 14086 Tel 716/685 8080 Fax 716/685 0852
International Spec aiists in the Environment

CHAIN OF CUSTODY RECORD

Project No Project Name Project Manager
DLOGOIEAG| A /] - (L s
fmplers {Signatures) / Fieid Team Leader
) W% Vs Md@« b A Qe
. / L&LJ/ il Gl 1310.5%/ 95 ,
STATION SeVEEE —~SAMPLE 1NF0RMA‘T‘RGN NU’B‘EER
numBeR | PATE | TIME | & 1 @ | STATION LOCATION oF
8 g < EXPECTED COMPOUNDS (Concentration)* TAINERS ‘S;
wWiss -
Sox¢ei |02 oz 51X Aiglos (1 0w\ | t
L BS , R
su3eol \L jod el X \ “ |
[y = A I3 ~t ‘ ’
«—p‘{cs e3 \ {245 X | '
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Z 2407 ¢l \/ /LZ; X _ _ '/ } 74
We N !
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G- [ 7% <
LY ~ 47
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& /570 75 / &
L ESRY
co2 \/ 575128 /X & -
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U [ lo-20) sy X | X b-
wBis —~—f ‘
N Lﬁ" 35D X J [ [o ~
T ) 2RFT |
%’Zm%d» Y \ LO -
ezl |1 QSIX y X
Relinquished By . (Signature) Date/ Time Recenved By (Signature) Reltnqui hed By {Signature) Date/ Time Received By (Signature) Ship V;a
0§ (041 1o |
ehrquished By (Signature) Date/Time Receiwved By (Signature) Relinquished By (Signature) Date/Time Received By {Signature} l
"BL/ Arrbiti |
Relinquished By (Signature) Date/ Time (suﬁﬁ?&u W % Relinqui hed By (Signature) Date/ Time ?Seugilavteud For Laborator\& M <

>

Distribution Orniginal Accompanies Shipment Copy to Coordmator ield Files
*See CONCENTRAT ‘ON RANGE on back of form
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Comments For all obviously heterogeneous samples easily separated into subsamples and for fayered samples each component i1s analyzed separately

[ -
- -
Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA AnnArbor M SanMateo CA  Smyrna GA  Greensboro NC  Houston TX
6098534800 908 981-0550 516 997 7251 2122900052 203233 9007 313668-6810 415 570-5401 404 333-6066 910 267 1487  713-686 3635
Attn  Barbara Storey
Ecology & Environment, Inc Tuesday June 24 1997
11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972550
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method* ‘
Project 020601RAG1 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREA TMFNT % TYPE % FIBROUS % NONFIBROUS
WBS253G01 Tan Teased i < 1% Chrysotile ‘ 100% Other
i Non Fibrous
xL Homogeneous J
[WBS52—1 GO1 Tan "~ Ireased None Detected {‘ o " 100% Other
‘ Non Fibrous |
Homogeneous ‘
L S I L o _ R
WBS521G02 Tan Teased 2% Chrysotile I 98% Other
‘[ Non Fibrous < 1% Crocidolte
Homogeneous
WBS521G03 Tan Teased 3% Chrysotile 97% Other
Non Fibrous < 1% Crocidolite
Homogeneous
WBS550G01 Tan Teased 2% Chrysotle - 98% Other
Non Fibrous ’
Homogeneous I
WBS544G01 Tan Teased 4% Chrysotile - T 96% Other
| Non Fibrous < 1% Crocidolite
‘ Homogeneous ]
—d L - I - — -

Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the chent to clam product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory i1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)

Approved
Signatory




Smyma GA  Greensboro NC  Houston TX

Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattle WA Ann Arbor Ml San Mateo CA
404 333-8066 910297 1487  713-686 3635

609-858-4800 908-981-0550 516 997 7251  212290-0052 203 233 9007  313-668-6810 415 570-5401

Attn  Barbara Storey
Ecology & Environment, Inc Tuesday June 24 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816

Ref Number TX972550

POLARIZED LIG;HT MICROSCOPY (PLM) {
Performed by ?PA 600/R-93/116 Method* ]

Project 020601 RA‘G1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMIENT % TYPE % FIBROUS % NONFIBROUS

WBS506G01 Tan Teased 2% Chrysotile 98% Other

Non Fibrous

Homogeneous
| L I S o L
'WBS506G02 Tan Teased T 2% Ch;ysotlle#_ o 98% Other

Non Fibrous

Homogeneous
WBS506G03 Tan Teased < 1% Chrysotile 100% Other

Non Fibrous < 1% Crocidolite

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

proved
Signatory

Disclaimers PLM has been known to miss asbestos in a smali percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with esther SEM or TEM The above test report relates only 1o the items tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsibie for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL. of Houston (NVLAP Air and Bulk #102106)




:nt, inc.

5 Tel 716/685 8080 Fax 716/685 0852

CHAIN OF CUSTODY RECORD
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- = PLM Analysis Worksheet
Client Ecology & Environment, Inc Logged 6/24/97 TAT 24 Hour @
Address 11550 Newcastie Ave #250 Date/Time Due 6/25/97 10 57 AM
Baton Rouge LA 70816 - |
Special Handling |\ Biling Number
Fax (504) 363 4732 N
1 TX972550
Project 020601RAG1 WESTBANK ASBESTOS L o !
T 7T 77" Appearance | Treatment | “Asbestos Results | Fibrous Non Fibrous | : Optical
rBTown T 6 Vanous h Fibrous | Homogeneous (1 Teased t Chrysotile | Cettutose |t Quartz ‘ Properties |
2 Grey 7 Black |2 Non Fibrous 2 Heterogencous (2 Crushed 2 Amosite 2 Glass 2 Mica , i
3 Tan 8 Sil er ]3 Other 3 Oth 3 Dissolved Anthoph 3 Min Wool 3 Gypsum I i
4 White 9 Blue 4 Layers (¥) 4 Ashed 4 Tremolie 4 Synthenc 4 Cal Carbonate i
5 Red 0 Orange 1 5 Acunolite S Other S Matrix W M |
e 6 Crocidol 6 Wollastomte 6 Perhite ERR [
0 None Detected 7 Hai 7 Other Spe € |
S o o B Fibrous Non Fibrous | # | (/) o |
- Sample ' Location @Pe‘zar_ap_ce Treatment % ASBESTOS Type | % | Type ‘ o |Layers Hen |1 i
, r - | l St(ﬁa )
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Date

EMSL Analytical Inc 2501 Central Parkway Sutle C 13 Houston TX 77092
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PLM Analysis Worksheet @

Client Ecology & Environment, Inc Logged 6/24/97 TAT 24 Hour

Address 11550 Newcastle Ave #250 Date/Time Due 6/25/97 10 57 AM

Baton Rouge LA 70816
Special Handling ' Billing Number
Fax (504) 363 4732 !
TX872550 r
f
Project 020601RAG1 WESTBANK ASBESTOS
- Appearance Treatment I Asbestos Resuits Fibrous i Non Fibrous ! Optical
1 Brown 6 Various il Fibrous |1 Homogeneous |1 Teased 1 Chrysoule I Cellulose I Quartz PfOpemeS
2 Grey 7 Black {2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Class 2 Mica
3 lan 8 Silver 3 Other [3 Other 13 Dissolved 3 Anthophyilite 1 Min Wool 3 Gypsum
4 White ) Blue 4 1 ayers (#) l4 Ashed 4 Tremole 4 Synthetic 4 Cal Carbonate
5 Red U Orange ! 1 5 Actinohte $ Other 5 Matrix N \ \ N
- 6 Crocidolite 6 Wollastonite 6 Ferhite P 2
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Westmont NJ
609 858-4800

SAMPLE
[wBS519G01

| U ——

WBS517G01

WBS517G02

!

'W73§51 7G03

[WBS543G01

WBS543G02

Piscataway NJ Carle Place NY Manhattan NY
908 981 0550

516 997 7251 212 290-0052

Attn  Barbara Storey

Ecology & Environment, Inc
11550 Newcastle Ave #250

Seattle WA
203 233 9007

Ann Arbor MI
313-668-6810

San Mateo CA
415 570-5401

404 333-6066

Wednesday June 25 1997

Smyrna GA  Greensboro NC  Houston TX
910-297 1487

713-686 3635

Baton Rouge LA 70816 Ref Number TX972549
POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project 020601RAGI WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS

LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Tan Teased " None Detected ’ 100% Other
Non Fibrous
Homogeneous
Tan Teased 2% Chrysotile T ) 98% Other
Non Fibrous
Homogeneous
Tan Teased 2% Chrysotile 98% Other
Non Fibrous
Homogeneous
Tan Teased 2% Chrysotle | 98% Other
Non Fibrous
Homogeneous
[Tan Teased < 1% Chrysotile h 100% Other N
Non Fibrous
Homogeneous
Tan Teased < 1% Chrysotile - T 100% Other
Non Fibrous
Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

— =«
Carlos D Salinas
Analyst

pproved
Signatory

Disclamers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with ether SEM or TEM The above test report relates only to the items tested This report 1
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at teast one signature to be vald

Laboratory is not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)
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Westmont NJ  Piscataway NJ Carle Place NY Manhattan NY  Seattie WA Ann Arbor Ml SanMateo CA  Smyrna GA  Greensboro NC  Houston TX
600-858-4800 908 981-0550 516-997 7251 212 290-0052 203 2330007 313-668-6810 415570 5401 404 333-6066  910-297 1487 713-686 3635

Attn Barbara Storey
Ecology & Environment, Inc Wednesday June 25 1997

11550 Newcastle Ave #250
Baton Rouge LA 70816 Ref Number TX972549

POLARIZED LIGHT MICROSC—OPY (PLM)A }
Performed by EPA 600/R-93/116 Method* ]

Project 020601RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS %  NONFIBROUS
| WBS852G01 Tan Teased 6% Chrysotle ST T T T 7 94%other
Non Fibrous
Homogeneous
WBS867G01 Tan Teased None Detected 100% Other
Non Fibrous
Homogeneous

Comments For ali obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

NY samples also analyzed by ELAP 198 1 Method

Approved
Analyst Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with wntten approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be vaiid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




ecology and environment, inc.

Analytical Services Center
4433 Walden Avenue Lancaster New Yo k 14086 Tel 716/685 8080 Fax 716/625 0832
International Specialis s in the Env ronment

CHAIN OF CUSTODY RECORD

Project No Project Name Project Manager
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N L sed \
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Relinquished By {Signature) Date/Time Receiwved By (Signature) Relinqu: hed By (Signature) Date/ Time Receiwved By (Signature! Ship Via ‘
NG00 A B9 D %8
Relirqus By (Signature) Date/Time Received By (Signature) Relinguished By (Signature) Date/ Time Recerved By (Signature) ‘
BL/ArbdlL T |
Relinquished By (Signature) Date/Time wed For rato ‘R(elnnqu- hed By (Signature) Date/Time Received For Laboratory By
t)irg) m ath {Signature)
1

Distribution Original Accompanies Shipment Copy 1o Coordinator held F.M’
See CONCENTRATION RANGE on back of form
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PLM Analysis Worksheet

-
-

|

Client Ecology & Environment, Inc Logged 6/24/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due 6/25/97 10 45 AM
Baton Rouge LA 70816 r
! Special Handling Billing Number
Fax (504) 363 4732
L TX972549
Project 020601RAGI WESTBANK ASBESTOS Il
| Appearance N Treatment | Asbestos Results ) Fibrous Non Fibrous ‘ Optical
|'1 Brown 6 Various 11 Fibrous rllomogeneous 1 Teased 1 Chrysotile - I Cellulose 1 Quartz - ’ Properties
2 Grey 7 Black 2 Non Fibrous 2 Meterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica | .
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophyllite 1 Min Wool 3 Gypsum
4 White 9 Blue 4 Layers (#) 4 Ashed 4 Tremolite 4 Synthetic 4 Cal Carbonate
15 Red 0 Orange ! 5 Actinchite S Other S Matrix " !
[ 1 6 Crocidol 6 Wollastonite 6 Perlite I 2
"o None Detected 7 Ha 7 Other I pecr
- o o Fibrous Non Fibrous # ;\P | .’.' e v
. _Sample | Location Appearance | Treatment % ASBESTOS Type | % |Type | % Layers|' [ wa i e
LRe</a | 3 AD yRZ27 3
RS /‘]i ~LM’ \ — e 5 o w s
__ |
) ‘ ! | 3 B L
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7
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EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092
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Waestmant NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA
609-858-4800 908 981 0550 516 997 7251 212290 0052 203 233 9007

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave #250

Ann Arbor M|
313-668-6810

San Mateo CA
415 570 5401 404 333-6066 910 297 1487

Fnday June 27 1997

Smyrna GA  Greensboro NC— Housion TX
713-686 3635

Baton Rouge LA 70816 Ref Number TX972564
QEC'D JUL 0 8 1997 POLARIZED LIGHT MICROSCOPY (PLM)
Performed by EPA 600/R-93/116 Method*
Project WESTBANK ASBESTOS / 020601RAG1
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS252G01 Brown Teased 5% Chrysotile o _‘1 S 95% Other
, Non Fibrous I
l Homogeneous !
MB_SE’ZGW Brown [teased ] " 2%cChrysotle ' 98% Other
Non Fibrous < 1% Crocidolite
| Homogeneous i
!
WBS251G01 Brown Teased < 1% Chrysotile 100% Other o
Non Fibrous }
Homogeneous
| WBS251G02 Brown Teased | <1%Chrysotle | o - 100% Other
| Non Fibrous
( Homogeneous
\ e o o B
[WBS518G01 Brown Teased < 1% Chrysotile i B "~ 100% Other
Non Fibrous
Homogeneous
L . B S S e — = ~ _ —
WBS520601 " [Teased |  NoneDetected | o 100% Other
Non Fibrous |
Homogeneous ‘

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately

Also # of Layers refers to number of separable subsamples
* NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot
be guaranteed Floor tiles and wipes should be tested with etther SEM or TEM The above test report refates only to the items tested This report
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by
NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be valid
Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)




Westmont NJ
609 858-4800

SAMPLE
[WBS520G02

WBS520G03

WBS514G01

WBS514G02

WBS249G01

Piscataway NJ Carle Place NY Manhattan NY
908 981-0550

516 997 7251 212 290-0052

Attn  Barbara Storey
Ecology & Environment, Inc
11550 Newcastle Ave  #250
Baton Rouge LA 70816

Seattle WA
203 233-9007

Ann Arbor MI
3136686810

San Mateo CA
415 570-5401

Smyma GA Greensboro NC  Houston TX
404 333-6066

910 297 1487  713-686 3635

Frnday June 27 1997

Ref Number

POLARIZED LIGHT MICROSCOPY (PLM) T‘
Performed by EPA 600/R-93/116 Method* ’

Project WESTBANK ASBESTOS / 020601RAG1

TX972564

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

Brown Teased ] < 1% (;r);s:)tice— - - ~100% Other

Non Fibrous

Homogeneous !
- 2

Brown Teased < 1% Chrysotile 100% Other E

Non Fibrous |

Homogeneous |

Brown Teased 2% Chrysotile T  98% ahér -

Non Fibrous

Homogeneous

Brown Teased 2% Chrysotile T o T 98% Otherw N

Non Fibrous

Homogeneous

Brown Teased < 1% Chrysotile T 100% Other

Non Fibrous

Homogeneous

Brown Teased 2% chszme - 98% Other

Non Fibrous

Homogeneous

Comments For all obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

*NY samples also analyzed by ELAP 198 1 Method

Carlos D Salinas
Analyst

Approved
Signatory

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 2
may only be reproduced in full with written approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contamn at least one signature to be valid

Laboratory i1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples
Analysis performed by EMSL of Houston {NVLAP Arr and Bulk #102106)




Westmont NJ Piscataway NJ Carle Place NY Manhattan NY  Seattle WA AnnArbor Ml SanMateo CA  Smyma GA  Greensboro NC  Houston TX
516 997 7251 212 290-0052 203 233 9007  313-668-6810 415 570 5401 404 333-6066 910 287 1487 713-686 3635

609-858 4800 908 981 0550

SAMPLE
WBS806G01

Attn  Barbara Storey

Ecology & Environment, Inc Fnday June 27 1997
11550 Newcastle Ave  #250
Baton Rouge LA 70816 Ref Number TX972564

POLARIZED LIGHT MICROSCOPY (PLM) |
Performed by EPA 600/R-93/116 Method*

Project WESTBANK ASBESTOS / 020601RAG1

SAMPLE SBESTO NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
Brown Teased None Detected 100% Other
Non Fibrous
Homogeneous

Comments For ali obviously heterogeneous samples easily separated into subsamples and for layered samples each component is analyzed separately
Also # of Layers refers to number of separable subsamples

* NY samples also analyzed by ELAP 198 1 Method

Y
Carlos D Salinas

Analyst

Disclaimers PLM has been known to miss asbestos in a small percentage of samples which contain asbestos Thus negative PLM results cannot

be guaranteed Floor tiles and wipes should be tested with either SEM or TEM The above test report relates only to the tems tested This report 3
may only be reproduced 1 full with wntten approval by EMSL The above test must not be used by the client to claim product endorsement by

NVLAP nor any agency of the United States Government All NVLAP reports with NVLAP logo must contain at least one signature to be valid

Laboratory 1s not responsible for the accuracy of results when requested to physically separate and analyze layered samples

Analysis performed by EMSL of Houston (NVLAP Air and Bulk #102106)

Approved
Signatory
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PLM Analysis Worksheet

b

Client  Ecology & Environment, inc Logged  6/25/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/26/97 9 00 AM
Baton Rouge LA 70816
Special Handling Billing Number
Fax (504) 363 -4732
TX972564
Project WESTBANKASBESTOS /020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
L Brawn 6 Vanous 1 Fibrous t Homogeneous (1 Teased 1 Chrysotle | Cellulose 1 Quartz P roperties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous |2 Crushed 2 Amosite 2 Glass 2 Mica 1 )
3 Tan 8 Silver 3 Other 3 Other 3 Dissolved |3 Anthophylhte 3 Min Wool 3 Gypsum
4 VWhite 9 Blue 4 Layers () 4 Ashed 4 Tremolte 4 Synthetic 4 Ca) Carbonate
$ Red 0 Orange 5 Actinolte 5 Other 5 Matnx , \waM R s
6 Crocidohite 6 Wollastorute 6 Pethte ? an gt 2
0 None Detected 7 Hair 7 Other 3 Dyecty
| Fibrous Non Fibrous o [ira) 1
Layers 2 )JJ 2 Med ; Perall |
Sample Location Appearance | Treatment % ASBESTOS Type % Type 2Ho |2 Smmn
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EMSL Analytical Inc 2501 Central Parkway Suite C 13 Houston TX 77092
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PLM Analysis Worksheet

Analyst

7

Client  Ecology & Environment, Inc Logged  6/25/97 TAT 24 Hour
Address 11550 Newcastle Ave #250 Date/Time Due  6/26/97 9 00 AM
Baton Rouge LA 70816
Special Handiing Billing Number
Fax (504) 363 -4732
TX972564
Project WESTBANK ASBESTOS /020601RAG1
Appearance Treatment | Asbestos Results Fibrous Non Fibrous Optical
1 Brown 6 Vanous 1 Fibrous 1 Homogeneous | Chrysatile | Cellufosc 1 Quartz Properties
2 Grey 7 Black 2 Non Fibrous 2 Heterogeneous 2 Amosite 2 Ghss 2 Mica ) )
3 Tan 8 Siver 3 Other 3 Other 3 Anthophyihte 3 Min Wool 3 Gypsum
4 Whte 9 Blue 4 Layers (#) 4 Tremolite 4 Synthetic 4 Cal Carbonate
5 Red 0 Orange 5 Actinolte 5 Other 5 Matnx ‘w"y“ . s
6 Crocidobte 6 Wollaslomte 6 Perlite 29 2
0 None Detected 41 7 Har 7 Other 3 Specly
Fibrous Non Fibrous # ;f 1215; —=
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